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PUBLICATION DISSERTATION OPTION 
 This dissertation is prepared in the format of the Journal of Sol-Gel Science and 
Technology (Springer), the Journal of Power Sources (Elsevier), and the journal Physical 
Chemistry Chemical Physics (Royal Society of Chemistry). This dissertation includes an 
article published in the Journal of Sol-Gel Science and Technology (Paper I, 32-72), an 
article published in the Journal of Power Sources (Paper II, 73-100), and an article in 








 This dissertation focuses on the synthesis and characterization of vanadium oxide 
nanomaterials and neutron-transparent Li-ion battery electrolytes. 
 Vanadium oxide gels were synthesized via the epoxide-assisted gelation of VOCl3 
using epichlorohydrin in ethanol. This represents the first epoxide-assisted gelation 
developed for vanadium oxide gels and serves as a potential economical replacement for 
the fabrication of vanadium oxide gels via the hydrolysis of vanadium alkoxides. Though 
epoxide-assisted gelation has been demonstrated for a number of transition metal oxides, 
the gelation mechanism observed here for VOCl3 appears to be unique. 
 While investigating the electrochemical and structural properties of lithium 
vanadates, it became desirable to perform in situ neutron diffraction with electrochemical 
cycling. The inability to perform these experiments prompted the development of a series 
of perfluorocarboxylate esters which could potentially serve as neutron-transparent 
electrolyte solvents and help enable in situ neutron scattering characterizations. 
Electrochemical studies were carried out on Si anodes, and the solid-electrolyte-
interphase was studied both ex situ and in situ. Results indicate that these electrolyte 
solvents improve neutron scattering data when used in place of standard deuterated 
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 and catalytic properties.
24-27
 The redox activity and 
typically lamellar molecular structures of crystalline and amorphous vanadium oxides 
also makes these materials useful as intercalation cathodes for Li-ion batteries.
12, 28-39
 
 Physical vapor deposition (PVD),
1, 2, 15, 26, 29, 40
 chemical vapor deposition 
(CVD),
1, 15
 atmospheric pressure chemical vapor deposition (APCVD)




 are all frequently used to deposit vanadium oxide films. 
However, the most effective method for fabricating monolithic structures is the sol-gel 
method, a well-studied, versatile technique that has been shown to be effective for 
numerous transition metal oxides.
41
 This method is well-suited for device fabrication of 
many geometries, especially those that require high porosity or surface area.
1, 3, 4, 6, 9, 12, 18, 
20, 27, 32-34, 38, 39, 42-52
 
 The synthesis of vanadium oxide nanomaterials using sol-gel techniques is 
discussed, including synthetic mechanisms and properties of the fabricated samples. 
Additional attention will be placed on the development and characterization of neutron-
transparent Li-ion battery electrolytes and the relationship between that work and 
vanadium oxide nanomaterials. 
1.1 SOL-GEL METHOD 
 The sol-gel technique is typified by sequential hydrolysis and condensation 
steps.
53








4, 32, 47, 50
 
and alkoxide hydrolysis.
3, 12, 20, 31, 33, 44, 51, 52







 and chelating agents.
6
 All of these techniques proceed through 




, etc.) in solution followed 
by aggregation into a space-filling gel. The strong anisotropy of polyvanadates leads to 
fibrous gel morphologies, dissimilar from many inorganic sol-gels, which are typified by 
random aggregates of spherical particles.
41
 
 The first step in the oxide hydrolysis method is the formation of soluble metal 
oxide hydrates from vanadium oxide, which speciate as a number of polyvanadates in 
aqueous solution. This method is employed by quenching molten V2O5 (ca. 900 °C) in 
distilled H2O, forming a gel on the order of hours to days. It has also been noted that 
crystalline V2O5 powders slowly dissolve in distilled water over the course of weeks to 




 Peroxide-assisted hydrolysis takes advantage of the chelating power of the 
peroxide anion (O2
2-
). In the presence of aqueous hydrogen peroxide, crystalline V2O5 










 which can take on varying degrees of protonation.
46
 The particular 






 concentration. As the peroxides 
decay, forming O2 and H2O, polyvanadates are formed, which undergo gelation in the 
same manner as previously described.
45, 46, 48, 49
 
 NaVO3 is the soluble, alkaline vanadate most commonly used in the cation 
exchange method. A NaVO3 solution is passed through a cation exchange column to 
acidify the solution and remove unwanted Na
+





polymerization and gelation as previously described. In some cases, incomplete ion-
exchange is desirable, forming Na2xV3O8-x (0 ≤ x ≤ 0.5) gels. Similarly, direct 
acidification of NH4VO3—another soluble, alkaline vanadate—in aqueous solutions leads 
to gelation.
4, 32, 39, 42, 47, 48
 
 Unlike the previous syntheses, the alkoxide method takes place in non-aqueous 
media, as metal alkoxides are prone to rapid hydrolysis, forming flocculates or 
precipitates instead, if added directly to H2O. Vanadia gels are commonly made in 
acetone with controlled concentrations of H2O and VO(OR)3 species (typically vanadium 
oxytripropoxide or vanadium oxytriisopropoxide). The exothermic nature and speed of 
hydrolysis necessitates performing the gelation at a reduced temperature, i.e. using a dry 
ice/acetone bath. The presence of organic species during gelation causes some V
V→VIV 
(red/yellow→blue) reduction, which is apparent in the final gel coloration (green). Some 
alkoxide-derived gels also have a distinct nanomorphology intermediate between the 
random spherical aggregates of silica gels and monofilament fibers of other vanadium 
gels, the cause of which has not been investigated.
1, 3, 4, 31, 33, 39, 51, 52
 
 Recently, following a trend in other transition metal oxides,
41, 54
 an epoxide-
assisted gelation method has been developed for the fabrication of sol-gel vanadium 
oxides. In this method, acidic hydrated metal salts (typically chlorides or nitrates) 
protonate the epoxide ring, enabling irreversible ring-opening by nucleophilic anions. 
This process consumes H
+
 and gradually raises the pH of the solution, uniformly 










-catalyzed epoxide ring-opening in the presence of nucleophilic anions 
utilized for epoxide-assisted gelation of metal oxides. 
 
 The primary advantage of epoxide-assisted gelation is cost. Aside from a few 
examples (Si, Ti, Al), transition metal alkoxides are prohibitively expensive or 
commercially unavailable; whereas their chlorides and nitrates are comparatively 
inexpensive. The two most common epoxides used are propylene oxide (PPO) and 
epichlorohydrin (ECH), which are inexpensive and have reactivities which differ 
sufficiently for useful control over gelation rates. Though this procedure has been 
developed for a large number of metal oxide systems, the epoxide-assisted gelation of 
vanadia had been notably unobserved before this work.
55
  
 An additional advantage of the epoxide method over the alkoxide method is the 
stability of the precursors. Vanadium oxytriisopropoxide (VO(O
i
Pr)3), a commonly used 
vanadium alkoxide, and VOCl3, used in the epoxide method, are both prone to hydrolysis 
from ambient moisture; however, while the alkoxide forms solid precipitates, the acid 
chloride forms soluble hydrates, especially stable in alcoholic or ethereal solutions, until 
the addition of the epoxide. It was also noted that, while the nanomorphology of gels 





(Figure 1.2), the gels fabricated through the epoxide method were of a superior optical 
quality (glassy) and significantly sturdier. 
 
 
Figure 1.2. SEM images showing the unique nanomorphology of alkoxide
51
 and VOCl3 
gels. 
 
1.2 PROPERTIES OF VANADIUM OXIDES 
 Like many transition metal oxides, vanadium(III, IV, and V) oxides have 
interesting properties as catalytic
25, 27, 56
 and magnetic materials;
1, 15, 21, 22
 however, those 
properties and applications will not be discussed here. Instead, two properties of recent 
interest with immediately apparent commercial application will serve as the motivation 
for the fabrication of functional vanadium oxide devices: the metal-insulator transition 





 1.2.1 VO2 Metal-to-Insulator Transition. The MIT of V2O3 and VO2 have been 
known for half a century.
13
 This transition is characterized by a subtle structural 
transformation and conductivity change that covers several orders of magnitude and 
occurs at a well-defined temperature. These and several intermediate vanadium oxides—
and a number of other transition metal oxides—possess this property,21 but VO2 is of the 
most practical importance, as its 68 °C transition is closest by far to ambient 
temperatures, meaning that it is more easily accessible. This transition can be induced 
thermally, optically, or electrically, and the efficiency of any device utilizing such 
interactions is limited in part by the energy input required to induce the transition, which 
is minimized by transitions which take place near the operating temperature.
16, 17
 It is 
preferable to operate any device at ambient temperatures, as opposed to liquid N2 or He 
temperatures, which are common in the laboratory but difficult to achieve in consumer 
products. 
 One recent commercial foray that utilizes the MIT of VO2 is the development of 
energy-efficient thermochromic window coatings.
7, 9-11
 Accompanying the MIT is a—
predictably—significant change in the optical properties of VO2. Specifically, the 
reflectivity of VO2 in the infrared (IR) region is significantly increased in the high-
temperature, metallic phase (Figure 1.3). Using this property, coated windows allow most 
solar energy to pass when below the transition temperature and reflect a large portion of 
the radiation when above the transition temperature, creating a passive temperature 
mediation device. Since humans prefer temperatures below 68 °C, dopants (typically W) 







 The MIT in VO2 can also be utilized in optical limiters and shutters. Optical 
limiters are used to protect sensors from saturating or becoming damaged by intensities 
above the dynamic range of devices. VO2 (IR) limiters work by increasing their 
reflectivity—as opposed to absorption—at high incident intensity. The speed of this 
transition (~0.5 ps) also makes VO2 ideal for high-speed optical shutters in which a high-
intensity visible writing beam induces the transition and an IR beam reads the state. 










 Electronic logic gates are built on discontinuous changes in conductivity. In 
current transistor technologies, this is done by modifying the carrier density in a 





can reliably alter its conductivity by a significant amount is compatible with current logic 
architectures. Resistance switching in VO2 (Figure 1.4) represents one possible 
mechanism for such devices.
19
 
 Despite the fact that the MIT in VO2 has been known and studied for over 60 
years, the exact nature of the transition is still under debate.
17, 21
 One important contested 
aspect in optically- and electrically-induced transitions is whether the transition is truly 
field-induced, as seen in gated Si-based microelectronics, or thermally-induced by local 




Figure 1.4. I-V curve for an electrodeposited VO2 film showing resistance switching 




 1.2.2 Li Intercalation. Vanadium oxides have been studied as potential Li-
intercalation cathodes. They operate in a reasonable voltage range (1.5-3.5 V vs. Li) and 
possess high theoretical capacities. Unfortunately, these materials typically exhibit 
unacceptably poor cycling lifetimes.
28, 35, 57
 Recent studies on nanostructured materials 
suggest that improvements in cycling fade are possible, suggesting that vanadium oxide 







 Initial efforts focused on Li2V6O13,
35
 which has the fortuitous property of metallic 
conductivity (most intercalation cathodes have poor conductivity, increasing internal 
resistance at the interface of the cathode and current-collector). However, conductivity 
decreases with Li insertion and the material does not possess a satisfactory cycling 
lifetime. Other investigated vanadates (LiV3O8, V2O5, VO2(B)) also possess poor cycling 
lifetimes,
61
 but studies with nanoparticulate and amorphous vanadates show improved 
cycling characteristics. 
30-34, 37, 39, 61
 
 Using nanostructured materials to improve the performance of electrode materials 
has been proven effective in other systems, including commercially successful materials. 
LiFePO4 only became commercially viable after coating the insulating nanocrystals with 
a conductive carbon coating, greatly improving power density.
59
 LiNiαMnβCoγO2 (NMC) 
cathode materials have differing properties depending on their transition metal ratio: a 
composition which possesses high capacity tends to suffer from degradation at the 
electrolyte interface, while a lower-capacity composition possesses excellent stability 
towards the electrolyte. By coating the high-capacity material with a low-capacity 
material shell, the desired properties of both materials were obtained (Figure 1.5).
58
 AlF3 
and TiO2 have also been investigated as coatings for surface passivation to improve the 
cycling characteristics of MnO2 cathode materials.
59
 Si anodes possess a much higher 
capacity than graphite anodes, but undergo massive expansion (ca. 300%), leading to 
extreme strain and fracture during Li insertion. Nanoparticles have inherent resistance to 
strain fracture, making them ideal for systems plagued by strain fracture, explaining the 








Figure 1.5. The cycling characteristics of NMC (blue) and NMC core-shell (red) cathode 




 While vanadate cathode materials suffer from poor cycling characteristics, 
attributed primarily to strain during Li insertion and extraction, their favorable 
comparisons to commercial cathodes (LiVO2-LiCoO2)—and the potential for very high 
charge capacity in some cases—cause them to remain subjects of interest. Advances in 
nanostructured and composite electrode materials suggest that capacity fade in vanadates 
can be mitigated. 
1.3 IN SITU NEUTRON SCATTERING OF BATTERY MATERIALS 
 X-ray scattering and neutron scattering occupy much of the same theoretical 
domain and can be treated using similar mathematical formalisms, the details of which 
are covered in detail in other texts.
62-68
 While numerous X-ray and neutron scattering 





those aspects which differentiate X-ray and neutron scattering and are relevant to the 
analysis of battery electrodes and interfaces. 
 There are four practical differences between X-ray scattering and neutron 
scattering.
65, 69
 (1) The mass of the neutron means that much lower energies are necessary 
to reach wavelengths on the order of chemical bonds when compared to X-rays (Figure 
1.6). This facilitates the investigation of low-energy inelastic phenomena such as 
molecular diffusion and phonon excitation. (2) Neutrons scatter from atomic nuclei via 
the (relatively weak) strong force. Since this interaction is isotope dependent, isotopic 
doping can be used to distinguish between otherwise indistinguishable chemical 
environments. (3) Neutrons are spin-1/2 particles and can be used to investigate magnetic 
phenomena. (4) Neutrons can only be produced in significant quantities at dedicated 
facilities which are ~10
5
 times dimmer than common laboratory X-ray sources. Of these 
differences, the nuclear scattering dependence (2) and low intensity of neutron sources 
(4) affect the study of battery materials most. 
 The weak interaction of neutrons with matter means that they penetrate materials 
more easily than X-rays and are well-suited for non-destructive characterization of 
assembled devices. Unfortunately, this also means that large samples are required to 
obtain data at a comparable rate (additionally complicated by the low brightness of 







Figure 1.6. Wavelength as a function of kinetic energy for X-rays and neutrons. 
 
 Coherent X-ray scattering cross-sections scale approximately with the square of 
the atomic number (σcoh ∝ Z
 2
), so heavy atoms dominate scattering events and atoms of 
similar Z are difficult to differentiate. Neutron scattering cross-sections do not obey a 
similarly simple trend (Figure 1.7). As a result, neutrons are much more sensitive to light 
elements and are often able to differentiate between elements of similar Z.
62, 65
 
Additionally, since neutron scattering cross-sections are isotope-dependent, isotopic 
substitution can provide contrast to chemically or physically distinct features which are 
otherwise atomically indistinguishable. While X-ray scattering form factors are always 
positive (f ∝ σcoh
1/2










similar scattering cross-sections or suppress scattering from specific features through 
isotopic substitution and contrast matching. 
 
Figure 1.7. Graphical representation of the relative scattering cross-sections for selected 
elements. Coherent neutron cross-sections are shown for relevant primary (bottom) and 
secondary (top) isotopes with positive (blue) and negative (red) scattering lengths. (F, 
Mn, and Co only have a single stable isotope and O isotopes do not have sufficiently 
different scattering lengths for practical use.) Incoherent scattering cross-sections 




 The primary barrier to performing neutron scattering experiments is the 
availability of sufficiently luminous sources. Neutron production requires significant 
infrastructure, e.g., a reactor or accelerator, which is not economically feasible for a 
typical research group. Even then, sources are typically orders of magnitude less 
luminous than common laboratory X-ray sources.
65
 This limitation means that neutrons 
are extremely expensive to produce and must be utilized efficiently. This concern is 





neutron beam, attenuating signal and increasing background, and in situ sample 
modification consumes precious instrument time. 
 The most common source of interference in neutron scattering experiments is 
ancillary sources of 
1
H in the form of organic material and H2O. 
1
H possesses an 
enormous incoherent scattering cross-section (Figure 1.7), making it an excellent 
moderator and radiation shielding component but a serious inconvenience in 
experimental apparatuses and methodologies. Isotopic (
2
H) substitution is common and 




 1.3.1 In situ Neutron Diffraction. Powder neutron diffraction is the most 
common neutron scattering technique applied to battery materials.
64, 70-74
 Li sensitivity 
and transition metal contrast make neutron diffraction ideal for studying these materials, 
especially cathodes. In particular, powder neutron diffraction has been used to observe Li 
diffusion pathways in LiFePO4
75
 and Ni/Mn ordering in LiNi0.5Mn1.5O4 cathodes (Figure 
1.8),
76
 measurements that are not possible with traditional X-ray diffraction. Given the 
importance of these structural details in the performance of the materials during cycling, 
neutron diffraction is an integral tool for understanding and developing state-of-the-art 
devices. 
 Typically, neutron diffraction is performed on battery materials as-synthesized. 
Analysis of cycled materials is carried out by collecting material from electrochemical 
cells after performing the desired lithiation and delithiation reactions.
70, 73, 76, 77
 Ideally, 
these diffraction experiments would be performed on materials in situ, allowing for the 









Figure 1.8. Growth of Ni/Mn ordered phase with annealing in LiNi0.5Mn1.5O4 spinel. 




 Neutron diffraction measurements have successfully been performed using 
specially-designed in situ electrochemical cells.
64, 66, 70, 71, 74
 As would be expected, the 
necessary inclusion of organic components (electrolyte, separator, packaging) 
significantly impede the collection of high-quality diffraction patterns. Using deuterated 
electrolytes and replacing other organic components with inorganic components allowed 
for the collection of full diffraction patterns with in situ electrochemical cycling. 





protiated components by limiting Q-space (Q = 2π/d, where d is the spacing for particular 
reflection) to obtain sufficient statistics (Figure 1.9).
78
 
 The development of methodologies for collecting full high-quality diffraction 
patterns of Li-ion battery materials in in situ electrochemical cells is ongoing. 
 
Figure 1.9. In situ neutron diffraction of a commercial LiαNixMnyCo1-(x+y)O2 vs. graphite 
cell. Long (1 h) scans of the cell in the charged and discharged state (a) and in-operando 









 1.3.2 In situ Neutron Reflectometry. While in situ neutron diffraction is used to 
study changes in crystalline and molecular structures with electrochemical cycling, in situ 
neutron reflectometry probes the composition and thickness of electrode interfaces. The 
neutron reflectivity of a sample is given by: 
 
       





    
 
  
   
 
                  
 
where R is the reflectivity of the surface, Q is the magnitude of the neutron wavevector 
(momentum) transfer, β is the scattering length density (SLD) of the material averaged 
over the two-dimensional sampling footprint, and z is the direction normal to the surface. 
SLD is determined by the atomic density and composition of the material, 
 
        
 
          
 
                
 
where Nd,a is the number density of atom a, ba is the coherent scattering length of atom a, 
NA is Avagadro's number, Md is the average atomic molar density of the material, and χa 
is the atomic fraction of atom a. SLD is analogous to refractive index, although total 




 The SLD profile along z is determined by fitting experimental profiles to 





large differences in SLD result in well-defined interference fringes. In practice though, 
each interface has some roughness, and samples with multiple layers that have small 
differences in SLD (low contrast) can lead to complicated reflectivity patterns which 
cannot be uniquely fit. Therefore, it is useful to carefully design cells with internal 







H) substitution in layer-by-layer polymer films is the prototypical 




H have scattering 





Figure 1.10. Neutron reflectometry of a stack of poly(styrene sulfonate) (PSS) and 
poly(allylamine hydrochloride) (PAH) made via spin-assisted layer-by-layer deposition 
with regularly placed deuterated layers to provide contrast. Neutron reflectivity profile 









 Thin-film Li-ion batteries for neutron reflectometry are composed of four layers 
at the investigated electrode: sequentially, a smooth, flat structural support, e.g., single 
crystal Si; a current collector; the active intercalation material; and the electrolyte. During 
cycling, a fourth layer forms at the electrode-electrolyte interface, known as a solid-
electrolyte-interphase (SEI). This SEI plays an integral role in cell performance and 
cycling lifetime. In situ neutron reflectometry is a non-destructive method that can probe 
compositional changes in both the electrode and SEI along with swelling and growth 
during electrochemical cycling. 
 Since Si has a small incoherent scattering cross-section and data is collected 
below the diffraction condition for Si, using the Si as the incident medium (fronting) in in 
situ electrochemical cells is preferred to using the electrolyte, which, even when 
deuterated, has a significant incoherent scattering cross-section, leading to a high 
background signal. Using the Si as the incident medium also means that data of a 
reasonable quality can be collected even with a protiated electrolyte, as the neutron beam 
does not pass through the protiated material, unlike in in situ diffraction cells.
79
 This 
allows for greater experimental flexibility, such as isotopically (
1
H→2H) doping specific 
electrolyte components to study which species incorporate into the SEI. 
 The design of a neutron reflectometry experiment involves maximizing contrast 
between layers while minimizing both background signal, e.g., incoherent scatter from 
1
H, and fitting parameters, i.e., the number of undefined layers. It is necessary to identify 
the most important parameters, as it is often not possible to simultaneously optimize all 
parameters. For example, when investigating thin layers, high-Q data is required; since 





prioritize a low background intensity. Preliminary optimization of layer thickness is also 
desirable; layer thicknesses outside the 1-100 nm range are more difficult to model, as are 
layers of similar thickness (overlapping interference fringes). 
 An example of an in situ neutron cell used to investigate SEI growth on a Si 
anode, used on Beam Line 4B at the Spallation Neutron Source at Oak Ridge National 
Lab, is shown in Figure 1.11.
68, 79, 80
 The Cu current collector is impermeable to Li, 
serving as a layer of constant thickness and SLD to aid in fitting and preventing lithiation 
of the Si substrate. The Si and Cu thicknesses were chosen to prevent the overlap of 
interference fringes. Polycrystalline Ti0.68Zr0.32 was chosen as the current collector for the 
counter/reference electrode, as it is machinable, chemically inert, does not alloy with Li, 
and is a null scatterer, meaning that it scatters only incoherently and will not result in 
aberrant signals in the reflectivity data. The working and counter/reference electrodes are 
separated by a relatively large distance (0.1-0.5 mm) to prevent electrical shorting in the 
absence of a porous separator. 
 
 
Figure 1.11. Image and diagram of an in situ electrochemical cell used on Beam Line 4B 
(Liquids Reflectometer) at the Spallation Neutron Source at Oak Ridge National 






 The use of deuterated carbonate electrolytes to enable in situ electrochemistry in 
neutron reflectometry cells revealed an additional issue. Commercial (protiated) 
electrolytes are available in a wide variety of formulations and are exceedingly pure to 
prevent undesirable electrochemical reactions which inhibit extended cycling. Deuterated 
electrolytes have to be prepared in the lab from their individual components. The 
deuterated components (organic carbonates) are ≥99.5% pure, but 1H NMR shows that 
the deuterated carbonates have a number of small impurities, while the protiated 
electrolyte has no detectable impurities (Figure 1.12). Due to the large electrolyte volume 
in the in situ cell, the electrochemically active impurities represent a significant 
proportion of the capacity of the Si electrode.
79
 These components must be 
electrochemically consumed before SEI formation and electrode lithiation can occur. It is 
unclear whether or not these impurities affect the SEI. The use of protiated electrolytes 
results in "clean" electrochemistry, but significantly decreases the quality of reflectivity 
data, due to both a decrease in contrast and increase in background signal. With standard 
carbonate-based electrolytes, one must choose between high quality reflectivity data or 
high quality electrochemical data. 
 Like in situ neutron diffraction, in situ neutron reflectometry for Li-ion battery 
materials is a developing technique. Ongoing advancements in materials and 
methodology will enable the collection of higher quality reflectivity data without 





















































H NMR of deuterated and protiated ethylene carbonate-dimethylcarbonate 
(EC-DMC) electrolytes used for in situ neutron reflectometry. Impurity peaks caused by 
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I. Economical synthesis of vanadia aerogels via epoxide-assisted gelation of VOCl3 
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Abstract: Herein is reported the first synthesis of vanadium oxide (vanadia) aerogels via 
epoxide-assisted gelation. Vanadia aerogels fabricated via epoxide-assisted gelation using 
VOCl3 and epichlorohydrin mimic those fabricated via the hydrolysis of vanadium 
oxytripropoxide while reducing cost per mole by a factor of 10, on par with silica gels 
synthesized from alkyl orthosilicates. Typical vanadia aerogels possess a macroporous 
nanoworm morphology, a density of 0.103 g/cm
3
, 96.9 % porosity, a specific surface area 
of 102 m
2




C NMR reveal 
that epoxide ring-opening does not proceed through epoxide protonation, as is the typical 
case with other transition metal oxide gels, but rather through Lewis-acid-catalyzed ring-
opening. A multi-step gelation mechanism is proposed involving a fast initial V
V
 oxide 




 consumption during epoxide ring-opening, followed by 
partial vanadia dissolution, V
V
















 Developed first epoxide-assisted gelation method for vanadium oxide, using 
epichlorohydrin and VOCl3. 
 Gels synthesized via epoxide-assisted gelation are comparable to those fabricated 
via the hydrolysis of vanadium(V) alkoxides. 
 Observed Lewis-acid-catalyzed epoxide ring-opening under both protic and 
aprotic conditions. 









 Aqueous vanadium oxide (vanadia) sol–gel chemistry is well studied and serves 
as the basis on which all vanadia sol–gel chemistry is modeled. The first step in the 
synthesis of aqueous vanadium oxide gels is the formation of a supersaturated solution of 
vanadium oxy-hydrates [1]. This step can be accomplished using a variety of methods, 
e.g., quenching molten V2O5 in H2O (oxide hydrolysis) [2]; decomposition of soluble 





assisted hydrolysis) [3, 4]; or passing a water-soluble vanadate salt such as NaVO3 
through a proton-exchange column (cation-exchange) [5–7]. These hydrates evolve into 





), dependent upon pH, temperature, and V
V
 concentration [1, 8, 9]. The strong 
anisotropy of the polymerizable, neutral, monomeric VO(OH)3(H2O)2 leads to the 
formation of vanadyl oxo-polymer chains, which then aggregate, leading to fibrous gels 
[1]. This morphology is markedly dissimilar from common inorganic gels, which are 
typified by random aggregates of spherical particles [10–12]. Variations on these 
techniques also exist which utilize templating agents to modify gel morphology [7]. 
 To date, aqueous syntheses have only been shown capable of producing V2O5 gels 
(and related V
V
 gels such as Na2xV2O5-x). Lower oxidation states are accessible via non-




 species in non-
aqueous solvents is known to produce high-quality vanadia powders, films, and 
monoliths, e.g., VO2 films can be made from hydrolysis of vanadyl(IV) acetylacetonate 
in methanol [13]. Furthermore, while organic V
V
 species do undergo hydrolysis to form 
vanadium(V) oxide gels, partial V
V





universal in organic solvents, resulting in gels with varying degrees of V
IV
 content [1, 
14]. 
 The most common method for fabricating non-aqueous vanadia gels is the 
hydrolysis of vanadyl(V) alkoxides in a water-miscible solvent, e.g., vanadium 
oxytripropoxide in acetone [15–18]. Reaction proceeds extremely rapidly, is highly 
exothermic, and yields light green gels. Some alkoxide-derived gels also have a 
nanoworm morphology intermediate between the random spherical aggregates commonly 
seen in metal oxide gels and the monofilament fibers typical of aqueous vanadia gels [5, 
13–15, 17–20]. Nevertheless, while the gelation mechanism is well studied for aqueous 
V2O5 and V2O5•xH2O gels, the oxo-polymer formation mechanisms in non-aqueous 
vanadia gels are less studied, due in part to the increased complexity of the system [1, 8, 
9, 21]. 
 Meanwhile, epoxide-assisted gelation has been shown effective for a wide range 
of metal oxides [10–12, 22]. In this method, an epoxide (typically propylene oxide: PO, 
epichlorohydrin: ECH, or glycidol: GLY) reacts with an acidic hydrated metal salt 
(typically a chloride or nitrate), undergoing H
+
-catalyzed irreversible ring-opening by the 
nucleophilic anions, forming the corresponding alcohol (Scheme 1). Epoxide ring-
opening raises the pH of the solution uniformly by scavenging protons from the acidic 
metal hydrate. This gradual change favors controlled olation (metal–hydroxy bridge 
formation) and oxolation (metal–oxide bridge formation) creating a percolating metal 
oxide network, leading to a gel instead of a precipitate [22]. Ex situ NMR measurements 





indicate that SN2 ring-opening by the nucleophilic anions occurs at both epoxide carbons, 
consistent with H
+
-catalyzed epoxide ring-opening [23, 24]. 
 
 
Scheme 1 Acid-scavenging mechanism for commonly used epoxides and nucleophilic 
metal salt anions 
 
 
 Aside from a few examples (Si, Ti, Al), transition metal alkoxides are either 
prohibitively expensive or commercially unavailable, whereas their chlorides and nitrates 
which can be used for epoxide-assisted gelation are widely available and comparatively 
inexpensive. PO and ECH are inexpensive epoxides which have sufficiently different 
reactivities so as to provide useful control over gelation rates. In addition, by replacing 
H2O-sensitive metal alkoxides with air-stable metal salts, precursor sols can be more 
easily manipulated without degradation. Though this method has been successfully used 
to synthesize aerogels for a large number of metal oxide systems, epoxide-assisted 
gelation for vanadium oxides has remained elusive. 
 In this communication, the formation of vanadia aerogels via epoxide-assisted 
gelation is demonstrated using VOCl3 and ECH, resulting in gels which replicate the 
physical properties of those fabricated via the hydrolysis of vanadium oxytripropoxide 





morphology, and the ability to form extremely strong composite aerogels via isocyanate 
crosslinking [17, 18]. Replacing vanadium oxytripropoxide with VOCl3 and ECH for the 
synthesis of vanadia aerogels represents a >tenfold reduction in reagent cost per mole 
[25]. From a mechanistic point of view, we observe H
+
-free epoxide ring-opening and a 




 Vanadia (VOx) and isocyanate-crosslinked vanadia (X-VOx) aerogels and 
xerogels were prepared as summarized in Scheme 2 and Table 1. 
 Gelation is highly exothermic and extremely rapid (<10 s), resulting in bright red, 
glassy monoliths. Cooling precursor sols to -78 °C in a dry ice-acetone bath prevented 
gelation, but upon removal from the cooling bath, i.e., to pour into molds, sols gelled in 
<1 min as they warmed up. 
 The precursor sol is red up through gelation; however, while investigating 
potential precursors formed during gelation, other solution colors were observed. VOCl3 
(orange) forms a red solution in EtOH, which becomes yellow upon the addition of ECH, 
indicating ECH ring-opening takes place in the absence of H2O (discussed later in Sect. 
2.1.3). Optical absorption by V
V
 species in the visible range is attributed to ligand-to-
metal charge-transfer transitions [26–32], which cover from the UV to ~350, ~450, and 
~500 nm for the yellow, orange, and red species observed here, respectively (Electronic 
Supplementary Material, Fig. S.1). The addition of 3 equivalents of H2O (0.308 mL) to 










, and EtOH ligands with HO
-
 and H2O. The absorption spectrum of 
the VOCl3-H2O-EtOH solution is indistinguishable from that of the gel immediately after 
gelation, suggesting that similar coordination spheres exist around V
V
 in both cases. The 
absorption leading to red V
V
 species is commonly—though neither universally nor 
exclusively—seen in 5- and 6-coordinate VV chelates with halide, HO-, and H2O ligands; 
however, the shape of the visible absorption spectrum alone is not sufficient for 
unambiguous determination of ligand arrangement or coordination number [21, 30–33]. 
 




























translucent, dark green gel 
1/2 
(0.05 g/cm3) 
6.00 0.50 2.50 4.50 very turbid, green gel  
6.00 0.50 2.50 9.00 turbid, green gel  
6.00 0.50 5.00 4.50 translucent, green gel  
6.00 0.50 5.00 9.00 translucent, dark green gel 
1/10 
(0.01 g/cm3) 
6.00 0.10 0.50 0.90 red sol  
6.00 0.10 0.50 9.00 green flocc  
6.00 0.10 5.00 0.90 orange sol  
6.00 0.10 5.00 9.00 
dark green sol 







Scheme 2 Fabrication procedure for vanadia (VOx) aerogels, polymer-crosslinked 
vanadia aerogels (X-VOx), and vanadia xerogels. Wet-gels shown in scintillation vials 
demonstrate optical transparency 
 
 
 Gels became dark green after several hours of aging. While absorption at short 
wavelengths decreases, absorption increases across the entire visible spectrum, causing 
the gels to lose translucency (Fig. S.2). This color change is attributed to the partial 
reduction of red/yellow V
V
 to blue V
IV
, common in non-aqueous vanadia gels. 
Acetaldehyde (m/z = 44), the primary oxidation product of EtOH [34], was identified by 





but is not easily detected via tandem mass spectrometry methods, due to interference 
from CO2 (m/z = 44), which is present in the atmosphere at levels 10,000 times the odor 
threshold of acetaldehyde [35]. Gels underwent minimal syneresis. All solvent-exchange 
baths were colorless, and no measureable shrinkage was observed during aging or 
supercritical drying. 
 Ultra-low-density gels (target densities: 0.05 and 0.01 g/ cm
3
) were fabricated by 
reducing the VOCl3 concentration in the standard formulation (Table 1). Reducing the 
ECH and H2O concentrations to maintain stoichiometric ratios reduced the optical quality 
(translucency) of gels and in some cases prevented gelation. Gels could only be made 
from sols with nominally constant concentrations of ECH and H2O. Curiously, the lowest 
density gels passed through three distinct phases, forming a soft red gel initially (5 min), 
followed by a dissolution of the solid matrix and the formation of a deep green sol (~24 
h), with the eventual formation of a stable deep green gel (7 days). Unfortunately, ultra-
low-density aerogels could not be fabricated, as these wet-gels collapsed during 
supercritical CO2 drying. 
 
2.1.1 H2O and Epoxide Optimization 
 Precursor sol compositions along with the corresponding gelation rates and gel 
quality are summarized in Table 2. 
 H2O content in the standard gel formulation was optimized to lengthen gelation 
time while maintaining optical transparency. Since optical inhomogeneity, e.g., turbidity, 
is determined by regions of differing absorption or refractive index and generally visible 





is indicative of the absence of inhomogeneities above ~1 lm. Increasing the H2O/VOCl3 
ratio in the precursor sol shortened the gelation time, at the extreme of which (20:1 by 
mole) gelation occurred faster than the mixing of the precursor solutions, resulting in 
visibly inhomogeneous gels (colored swirls). Lowering the ratio (6:1 by mole) produced 
homogeneously turbid gels, implying scattering from lm-scale inhomogeneities. 
 
Table 2 Gel quality and gelation time as a function of H2O content and epoxide 







Gelation Time Optical Quality 
ECH 1.00 5.00 6.00 10 s Turbid 
 1.00 5.00 9.00 < 10 s Translucent 
 1.00 5.00 12.0 < 10 s Translucent 
 1.00 5.00 20.0 < 3 s Inhomogeneous 
PO 
1.00 5.00 9.00 << 1 s Inhomogeneous 
GLY 




1.00 5.00 12.0 10 min Very Turbid 
 
 
 The addition of 9 equivalents of H2O (0.925 mL) to the VOCl3 (0.180 mL)–EtOH 
(6.00 mL) solution without ECH formed an orange precipitate with a red supernatant in 
~1 h, both of which became green within several hours. Adding ECH to this VOCl3–
H2O–EtOH solution before precipitation resulted in an inhomogeneous gel in ~10 s. This 
result is attributed to the poor miscibility of H2O and ECH, leading to gelation prior to 





stable yellow solution. The addition of H2O to this solution resulted in the immediate 
formation of inhomogeneous ‘‘gunk.’’ High-quality gels are only realized upon the 
simultaneous addition of H2O and ECH to the VOCl3 solution. 
 It has been reported that modifying epoxide functionality at the α-carbon and 
utilizing less-strained oxetanes can alter gelation rates [22, 36]. Several commercially 
available alternatives were investigated, as a slower gelation rate would facilitate 
fabrication. Replacing ECH with PO significantly decreased the gelation time, leading to 
instantaneous gelation and the formation of inhomogeneous solids in the sol. GLY 
significantly slowed gelation (15 min), but the resulting gels were extremely fragile and 
crumbled even with careful handling during solvent exchange. Gels made using GLY 
also exhibited both a green liquid expelled during syneresis and a green supernatant 
during solvent exchange, attributed to improved vanadium oxide chelation in polyols 
formed from glycidol ring-opening [21]. Dimethyl oxetane (DMO) significantly slowed 







H Nuclear Magnetic Resonance (NMR) 
 While gelation occurs too quickly to monitor spectroscopically, gel aging was 
successfully monitored via in situ mesophase NMR to identify organic reaction products 
and their formation rates. All major organic species in the gel effluent were identifiable, 




H NMR due to their low 
concentration and the unavoidably large peak width caused by susceptibility broadening 
[37]. The spectra confirm that Cl
-





less-substituted carbon of the epoxide ring, unexpected in H
+
-catalyzed epoxide ring-
opening [11, 12, 23, 24], forming 1,3-dichloro-2-propanol (DCPH). DCPH peak areas 
were constant throughout aging, indicating that Cl
-
 scavenging occurred before the first 
spectrum could be collected (5–15 min after gelation). Over the course of aging, excess 
ECH underwent nucleophilic attack by H2O and EtOH, forming 1-chloro-2,3-propane 
diol (MCPDH2) and 1-chloro-3(2)-ethoxy-2(3)-propanol (MCEPH), respectively. This 
experiment is unable to discern the ring-opening mechanism in these cases, as attack on 
either epoxy carbon by H2O results in identical products, and the 2-ethoxy-3-ol and 3-




H chemical shifts. Time-dependent 
concentrations of ECH and its ring-opened products follow exponential behavior (Fig. 
S.3), indicating that ring-opening follows ECH-limited first-order reaction kinetics. 
 
 
Fig. 1 Mesophase 
13
C NMR of a wet-gel before (0 h) and after (19 h) aging. All observed 
chemical shifts and peak integrals are consistent with EtOH, ECH, and species produced 








 → VIV reduction was observed by monitoring the reference peak (EtOH: 18.3 
ppm in 
13
C) drift as a function of time (Fig. 2), analogous to the Evans method for 
measuring solute paramagnetic moments [38]. The large, positive, time-dependent peak 
drift is consistent with the reduction of diamagnetic V
V
 to paramagnetic V
IV
 and the 
observed color change (red to green) during gel aging. 
 
 
Fig. 2 Reference peak (CH3 of EtOH: 18.3 ppm vs. TMS) drift in mesophase 
13
C NMR 
during gel aging. The final, constant drift is due to the quasi-linear field drift in the 
superconducting magnet field 
 
 
2.1.3 Epoxide Ring-Opening in H2O-Free Sols 
 
1
H NMR of gel precursors without H2O (Fig. 3) shows that epoxide ring-opening 
does occur even in the absence of an acidic metal hydrate at the least-substituted epoxide 
carbon, consistent with Lewis-acid-catalyzed ring-opening [24]. This reaction is evident 
in the color changes that occurred when adding ECH to VOCl3 solutions: orange to 





presence of EtOH (solution b1 and b2). Solution b1 (Fig. 3b), a standard sol formulation 
without H2O, clearly shows the formation of DCPH, but, while the absence of significant 
susceptibility broadening improves peak resolution as compared to mesophase NMR, 
several peaks lay within a small chemical shift range, ca. 3.5–3.7 ppm, overlapping with 





H NMR of H2O-free sols shows the inductive effect of V
V





 chelates (a) and ECH ring-opening in the absence of H2O and H
+
 
(b). Peaks associated with V
V





 Weak, rapidly exchanging V
V
 chelates, commonly five-coordinate [8, 9, 21], are 
known to occur in monodentate alcohols and mixed H2O-alcohol solvent systems, the 
most pertinent of which here are the EtOH and ECH adducts of VOCl3 (Scheme 3a) 
which result in Cl
-↔EtO- ligand exchange (Scheme 3b) and epoxide ring-opening 
(Scheme 3c). 
1
H NMR of VOCl3–EtOH chelates undergoing ligand exchange (Scheme 
3b) in CCl4, a non-coordinating, 
1
H-signal-free solvent (Fig. 3a), illustrates the electron-
withdrawing effect of V
V
 on alkoxy ligands [33]. Since alkoxy and halide ligands 
undergo rapid exchange in solution [8, 21, 33], the observed chemical shift of the EtOH 
peaks is the time-weighted average of the chemical shift of EtO
-
/EtOH ligands and free 
EtOH. The downfield shift of the EtOH methylene (Fig. 3a, peak 7) relative to the EtOH 
methyl reference (Fig. 3a, peak 14) is indicative of the inductive effect of the V
V
 center 
and increases as each exchangeable EtOH spends more time on average attached to V
V
. 
As expected, this shift is greatest in VOCl3-CCl4 solutions with the lowest EtOH/VOCl3 
ratio (Fig. 3a, solution a4), since nearly all of the EtOH is chelated to V
V
 and undergoing 
minimal exchange. The fact that the CH3 triplet (Fig. 3a, peak 14) is only resolved in the 
solution in which ligands undergo the least amount of exchange (Fig. 3a, solution a4) 
indicates that exchange broadening, in contrast to electronic or magnetic effects from the 
V
V
 center, is the dominant broadening mechanism in these systems. We can then infer 
that species with well-resolved peaks do not exchange significantly between the bulk 
solution and V
V
 ligand shell. This conclusion is consistent with the observed peak 
resolutions in solutions b1 (Fig. 3b), where due to its high concentration EtOH is 
effectively the sole ligand, and b2 (Fig. 3b), where DCPH and EtOH exchange rapidly. 
Peak 14* in solutions b1 and b2 (Fig. 3b) corresponds to EtO
-





exchange over the timescale of the experiment. The high resolution of the ECH peaks in 
all cases suggests that ECH coordinates only weakly to V
V
, implying that peak 3* 
(quintet) and peak 12* (doublet) in solutions b3 and b4 (Fig. 3b) are attributable to DCP-
/DCPH ligands bound to the electron-withdrawing V
V
 and not an ECH adduct. 
Additionally, since free Cl
-
 is unlikely to exist in CCl4 (Fig. 3b, solutions b3 and b4), 
epoxide ring-opening likely proceeds through an intramolecular rearrangement in the 
transitional VOCl3-xDCPx
-
ECH adduct (Scheme 3c). 
 
 
Scheme 3 Formation of 5-coordinate VOCl3 adducts of EtOH and ECH (a), Cl
-↔EtO- 
ligand exchange (b), and Lewis acid-catalyzed intramolecular epoxide ring-opening in 
the absence of free Cl
-
 in CCl4 (c) observed via 
1
H NMR in H2O-free sols (Fig. 3). 





2.2 Physical Properties 
2.2.1 Nanomorphology, Surface Area, and Porosity 
 Dried aerogel and xerogel monoliths appear almost black (Scheme 2) and are dark 
green when powdered. Upon exposure to air for several months, aerogel monoliths 
become lighter in color and noticeably green. This change can be temporarily reversed by 
heating the monoliths to 100 °C under vacuum for 24 h and is attributed to reversible H2O 
absorption. 
 Scanning electron microscopy (SEM) images of VOCl3/ECH-derived vanadia 
aerogels (Fig. 4a) show that they are macroporous and possess the same nanoworm 
micromorphology occasionally seen only in gels fabricated via alkoxide hydrolysis [17, 
18]. Transition electron microscopy (TEM) images (Fig. 4b) show small crystalline 
domains dispersed in an amorphous matrix, consistent with both powder X-ray 
diffraction (XRD) and electron diffraction (Fig. S.4). 
 
 
Fig. 4 Representative SEM (a) and TEM (b) images of VOx aerogels. Several crystalline 






 While the bulk density (ρb) of aerogels (Table 3) was easily determined from the 
sample mass and dimension, the irregular shape of the xerogels made it impossible to 
determine ρb for those samples. The Brunauer–Emmett–Teller (BET) method was used to 
determine specific surface area (σm). BET analysis of N2-sorption data of aerogels and 
xerogels (Fig. 5; Table 3) indicates that pores collapse entirely during bench drying. The 
skeletal density (ρs), determined via He pycnometry, of the xerogels is significantly lower 
than that of the aerogels, indicating the formation of closed pores during ambient drying. 
X-VOx aerogels possess a lower BET surface area than their native counterparts, but 
Barrett–Joyner–Halenda (BJH) analysis suggests that X-VOx aerogels possess a greater 
macropore volume. This apparent contradiction is explained by carefully considering the 
geometric effects of the conformal polymer coating on the VOx matrix. The conformal 
coating adds mass, which scales volumetrically, faster than surface area, resulting in a 
reduced σm, while filling in void space, decreasing pore size and shrinking macropores to 
the point that they exhibit capillary condensation and are observed via BJH analysis. 
Considering the volumetric surface area of the aerogels (σv = σmρb), it can be seen that 
the total surface area of the monoliths increases with crosslinking, as would be expected 
from a conformal coating. Approximating the VOx nanoworms as cylinders (Fig. S.5), the 
width of the nanoworms increases by a factor of 3.21 after crosslinking, sufficient for the 
observed reduction in macropore size. The density of the polymer coating calculated 
using this approximation is 1.11 g/cm
3
, consistent with the skeletal density of polyurea 
aerogels fabricated from N3200A (1.15 g/cm
3
) [39], implying that the polymer coating is 


































 Xerogel   -  2.67  -  0.31 -  
VO
x
 Aerogel 0.103 3.30  0.969 102 10.5  
X-VO
x




Fig. 5 N2-sorption isotherms for a VOx xerogel (black dots), VOx aerogel (solid blue 
line), and X-VOx aerogel (red dashes). Volumetric pore-width (w) distribution (dV/dw) is 
determined from BJH analysis inset 
 
 
2.2.2 Solvent Trapping and H2O Content 
 Tandem thermogravimetric analysis–mass spectrometry (TGA-MS) reveals a 
significant difference between vanadia aerogels and xerogels (Fig. 6). Both gels showed 
significant mass losses around 100 °C, coincident with the evolution of H2O (m/z = 18), 
but xerogels show an additional mass loss above 200 °C, corresponding to the release of 
CO2 (m/z = 44) along with H2O. Combined with the skeletal density measurements 





organic residue, likely acetone, which undergoes complete combustion, possibly 
catalyzed by vanadia. The possibility that the CO2 represents physisorbed gas or the 
decomposition of a carbonate, formed by reaction of CO2 with the amphoteric oxide, was 
considered and rejected, as, if that were the case, aerogels (formed by immersion in liquid 
CO2) would show a higher relative concentration of CO2, instead of the negligible 
amount that is observed. The combustion of residual alkoxide residue commonly seen 
due to incomplete hydrolysis in vanadia gels [1, 13] made in organic solvents also cannot 
be the source of CO2, as in that case aerogels and xerogels would have similar organic 
content and CO2 signals. TGA also shows that H2O content relative to the solid matrix, 
indicated by the magnitude of the low-temperature mass loss, is the same for both 
aerogels and xerogels. Since aerogels possess several orders of magnitude higher specific 
surface area, this H2O cannot be surface-adsorbed and must be bound inside the VOx 
skeleton. This H2O appears to be loosely bound and its removal reversible, as evinced by 
the color changes observed in aerogel monoliths: dark blue immediately after 
supercritical fluid drying, green after extended exposure to air, and dark blue again after 







Fig. 6 TGA-MS results for vanadia aerogels (a) and xerogels (b). TGA signal is 
normalized to the final mass, in order to represent losses as a proportion of the VOx 
matrix, which becomes V2O5 in all cases. 
 
3 Discussion 
 The fact that robust, homogeneous gels can be fabricated over a large range of 
densities only using sols with nominally constant concentrations of ECH and H2O, which 
must be added simultaneously, suggests that epoxide ring-opening and hydrolysis occur 
on similar timescales, unlike what has been previously observed in other metal oxide 
systems [10–12, 22, 36, 40]. Of perhaps more interest, while it is proposed that acidic 





[10–12], ECH ring-opening is observed in the VOCl3-ECH system in the absence of H2O, 
i.e., absent acidic hydrates, and even in a fully aprotic system, in which protonation is 
explicitly precluded, implying that epoxide protonation is not necessary for ring-opening. 
Instead, we propose that V
V
-Lewis-acid catalysis is responsible for ring-opening in this 
system even in the presence of H
+
, as evinced by exclusive nucleophilic attack on the 
less-substituted epoxide carbon. Based on the fact that FeCl3 also reportedly reacts with 
PO before the addition of H2O and the formation of acidic [Fe(OH)6]
3+
 during the 
formation of Fe2O3 gels [11], Lewis-acid-catalyzed ring-opening may occur during the 
epoxide-assisted gelation of other metal oxide gels. 
 We propose a new gelation sequence (Scheme 4) following four basic steps: (Step 
1) Cl
-↔EtO- ligand exchange netting a 5-coordinate vanadyl ethoxide and HCl (Scheme 






-↔EtO- exchange (Scheme 4b); (Step 3) additional ligand exchange forming a 
mixture of 4-, 5-, and 6-coordinate vanadyl(V) species (e.g., VOX3Yα, where X
-
 is an 
anionic ligand; Y is a neutral ligand; and α is 0 for 4-coordinate species, 1 for 5-
coordinate species, and 2 for 6-coordinate species) (Scheme 4c); and (Step 4) vanadium 
oxo-polymer formation in the absence of HCl (Scheme 4d). Ligand exchange and V
V
-
adduct formation (Step 1) are well known in H2O and alcoholic solvents and are directly 
observed for V
V
-OEt (Fig. 3b, peak 14*) and V
V
-DCP (Fig. 3b, peaks 3* and 12*) 
species through inductive deshielding in 
1
H NMR. Lewis-acid-catalyzed ring-opening 
(Step 2) is observed in CCl4, where epoxide protonation is explicitly excluded and can be 
inferred in EtOH from exclusive nucleophilic attack by Cl
-
 at the less-substituted epoxide 





minutes and only results in partial precipitation, so gelation (Step 4) which occurs in ~10 
s must be driven by the reaction in Step 2. Given that vanadium oxide solubility in H2O is 
pH-dependent [1] and vanadyl alkoxides are typically unstable in the presence of water 
[15–19], we can infer that gelation is driven by the net consumption of HCl as a result of 
Lewis-acid-catalyzed ECH ring-opening. This mechanism is similar to the hydrolysis of 
vanadyl alkoxides [15–19], where here the vanadyl alkoxide is generated in situ from 
VOCl3 and ECH. 
 Scheme 4 only accounts for the formation of the initial red V2O5•xH2O gel [1] and 
comes with several caveats. EtOH, DCPH, and H2O (and their anionic counterparts) are 
all competing ligands at relatively high concentrations (6:1:3 by mol, respectively), so 
VOX3:Yα species in solution likely contain a mixture of all three, in addition to the 
possibility of cationic and anionic V
V
 species. Dimers and oligomers of V
V
 species with 
small ligands are also well known [21, 8], adding mixed-ligand oligomers to the list of 
species in solution. ECH ring-opening (Step 2) and vanadium oxide polymerization (Step 
4) also occur on similar timescales, meaning that the stepwise mechanism proposed 
above is overly simplistic. The high gelation rate (instability of intermediates) 
complicates any analyses necessary for such subtle determinations as explicit 
identification of the V
V
 species directly responsible for gelation or the precise ring-
opening intermediate, which are beyond the scope of this study. 
 In addition to the primary gelation scheme discussed above, the intermediate fluid 
phase of the lowest density gel suggests multiple discreet processes take place at 
disparate timescales in all vanadia gels. After the (fast) formation of a red V2O5•xH2O 
gel, partial or complete dissolution of the V
V







 → VIV reduction by EtOH. Gelation (and/or precipitation) of a blue-
green V
IV/V
 oxide, possibly driven by changes in solvent properties brought on during CH 
hydrolysis and ethanolysis, results in the final observed wet-gels which were further 
processed into VOx and X-VOx aerogels and xerogels. 
 
Scheme 4 Proposed reaction mechanism for gelation in the VOCl3-ECH-EtOH system 
involving ligand exchange in EtOH (a); Lewis-acid-catalyzed ECH ring-opening (b); 
neutral 4-, 5-, and 6-coordinate species potentially formed during additional ligand 
exchange (c); and a possible mechanism for the polymerization of vanadium oxide via 





 While there is little doubt that V
V
 → VIV reduction occurs, evinced by: (a) the gel 
color change, (b) the formation of acetaldehyde, and (c) the magnetic susceptibility 
evolution, the exact degree of reduction has proven difficult to quantify; sol–gel vanadia 
is not stable under conditions necessary for measurement, e.g., aqueous redox titration 
[8], XPS, or laser Raman spectroscopy. Nevertheless, the significantly darker color of the 
dried gels and their dispersed solids (e.g., in preparation for TEM) as compared to 
previously synthesized gels made from vanadium oxytripropoxide suggests that 
significantly more reduction occurs in those made from VOCl3 and ECH in EtOH, likely 
reflective of efficient V
V
-EtOH redox chemistry [34]. 
 VOx gels formed through epoxide-assisted gelation exhibit several other 
differences from their alkoxide counterparts. Wet vanadia gels synthesized via epoxide-
assisted gelation are sturdier (easier to handle during solvent exchange) and exhibit less 
optical scattering than their alkoxide counterparts. While the X-VOx aerogels synthesized 
here possess mechanical properties similar to previously synthesized X-VOx aerogels 
(Fig. S.6), mechanical failure occurred at a lower strain in those synthesized via epoxide-
assisted gelation. This premature failure is attributed to internal voids, which are not 
present in aerogels synthesized via the hydrolysis of vanadium oxytripropoxide [17, 18]. 
It is suspected that these voids are formed by solvent vaporization during exothermic 
reactions. 
4 Conclusion 
 Vanadia aerogels fabricated via epoxide-assisted gelation utilizing VOCl3 and 
ECH resemble those fabricated via alkoxide hydrolysis at approximately one-tenth of the 





alkoxide counterparts in both optical quality and robustness (as wet-gels), though they are 
prone to the formation of internal voids and likely possess a different average oxidation 
state [17, 18]. Results also indicate that ECH ring-opening occurs through Lewis-acid 
catalysis, unlike what is seen in other transition metal oxide gels. 
5 Experimental Section 
All reagents were used as received without further purification. 
 
5.1 Aerogel and Xerogel Synthesis 
 A typical gel was fabricated as follows: 0.540 mL (5.71 mmol) of VOCl3 (99 %, 
Strem Chemicals) was dissolved in 3.00 mL (51.4 mmol) of absolute ethanol (EtOH) 
(LyondellBasell) and cooled to 0 °C in an ice bath. In a separate container, 2.25 mL (28.6 
mmol) of ECH (99 %, Acros Organics) and 0.925 mL (51.4 mmol) of deionized H2O 
were dissolved in the same amount of EtOH (3.00 mL) and cooled to 0 °C in an ice bath. 
The two solutions were mixed and swirled vigorously before immediately pouring into 
syringe molds. Within 10 s, solid red gels were formed, which were aged for 5 days at 
ambient temperature before further processing. PO (C99 %, Sigma-Aldrich), GLY (96 %, 
Acros), and DMO (98 %, Sigma-Aldrich) were substituted for ECH in some cases to 
investigate their effects on gelation rate. 
 Solvent exchange and isocyanate crosslinking procedures were followed 
according to those previously reported in the literature [17, 18]. Gels were placed in 
acetone (Technical Grade, Univar) for 8 h to exchange residual solvent. Solvent exchange 





ambient conditions for several days followed by placing samples under vacuum for 6 h at 
50 °C to remove residual acetone. Aerogels were prepared by placing acetone-exchanged 
wet-gels in an autoclave, exchanging residual solvent with liquid CO2, taking the 
autoclave above the supercritical point of CO2, and finally venting the CO2 isothermally 
at 40 °C. Mechanically strong X-VOx aerogels (Fig. S.6) were formed using a solution of 
5.5 g Desmodur N3200A (courtesy of Bayer Corp.) in 94 mL of dry acetone 
(CHROMASOLV for HPLC, Sigma-Aldrich), followed by solvent exchange in acetone 
baths and supercritical CO2 drying. 
 
5.2 Materials Characterization 
 Absorption spectra of wet-gels and precursor sols were on an Ocean Optics Chem 
2000 UV–Vis spectrometer with a deuterium lamp source. Short-path-length cuvettes (to 
limit absorption) were fabricated using two glass microscope slides (Corning) affixed 
with epoxy, using a plastic sheet (20–30 μm) as a temporary spacer during epoxy curing. 




H (400 MHz) and 
13
C (100 MHz) NMR was performed on wet-gels 
using a Varian Unity Inova spectrometer without 
2
H locking, due to the absence of a 
deuterated solvent. An inverse-gated 
1
H decoupling sequence was used for 
13
C NMR in 
order to obtain quantitative peak integrals. The terminal CH3 on EtOH [18.3 ppm (
13
C) 
and 1.21 ppm (
1
H) vs. tetramethylsilane (TMS)] was used as an internal reference. Peak 
assignments were determined using experimental data from the Spectral Database for 





 H2O-free CCl4 and EtOH solutions of VOCl3 with various amounts of ECH for 
1
H 
NMR were made by dissolving 0.090 mL (0.95 mmol) of VOCl3 in 1.00 mL of the 
appropriate solvent (CCl4 or EtOH) to which ECH (0, 2.95, 4.75 mol) and/or EtOH (0, 
0.95, 2.85 mol) was added. The terminal CH3 on EtOH (1.21 ppm vs. TMS) and the 
highfield proton on ECH (2.70 vs. TMS) were used as internal references. 
 Nanomorphology was analyzed using cross sections mounted in a Hitachi S-4700 
SEM. Monoliths were ground to a fine powder using a mortar and pestle before 
performing XRD with a PANalytical X’Pert Pro Multi-Purpose Diffractometer, using a 
Cu Kα (λ = 1.54 Å) radiation source. Ground powders were dispersed in acetone and 
deposited onto a silky-carbon-coated Cu grid for TEM and electron diffraction on a 
Technai F20 STEM. 
 The bulk density (ρb) of aerogels was determined from sample mass and 
dimensions. The skeletal density (ρs) was determined via He pycnometry using a 
Micromeritics AccuPyc II 1340. N2-sorption porosimetry was carried out on a 
Micromeritics ASAP 2020 surface area and porosity analyzer using monoliths broken 
into small chunks. Specific surface area was determined using the BET method, and the 
pore size distribution was determined using the BJH method. Prior to pycnometry and 
porosimetry measurements, samples were dried for 12 h at 80 °C under vacuum. 
 Quasi-static compression tests were conducted on an MTS-810 servo-hydraulic 
testing machine, following the testing procedures and specimen length-to-diameter ratio 
in ASTM D1621-04a (Standard Test Method for Compressive Properties of Rigid 






 TGA-MS was carried out on a Netzsch STA 409 C thermogravimetric analyzer 
connected via a fused silica capillary to a QMS 403 C mass spectrometer under air at a 
heating rate of 5 °C/min. Ion currents were monitored for 15 < m/z < 300. Signals were 
normalized by carrier gas ion current (N2, m/z = 28) and sample mass for comparison 
between runs. Only signals for m/z = 18 and m/ z = 44 were detectable above background 
(Fig. S.7). 
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Figure S.1 UV-Vis absorption spectra comparing several VOCl3 solutions and a wet gel, 
assuming a 25 μm path length. The major absorption in the visible spectrum is due to a 








Figure S.2 UV-Vis absorption spectra of standard epoxide gel during aging, assuming a 
25 μm path length. No significant changes to absorption were detected after ~16 h. Strong 
absorption in the near UV gives rise to the initial red gel color. The onset of intense 








       




















MCPDH2 0.364 0.003 0.329 
MCEPH 0.433 0.021 0.649 
Sum 2.83×10
-30
 1.001 1.000 
 
Figure S.3 Concentration (C) of ECH (red), MCPDH2 (orange), MCEPH (blue) and their 
Sum (black) as a function of time (t) as monitored by 
13
C NMR. Individual peak 
intensities (open circles) were averaged (solid squares) to determine the concentration of 
each species. All intensities were normalized to the time-averaged Sum to determine 
relative concentration. Data for each species was initially fit independently to an 
exponential decay. Noting that each of the rate constants (k) was similar―excepting the 
Sum series, for which k ≈ 0―this parameter was constrained to be identical for each 
species and the data was refit. The fits (solid line) are excellent (R
2
 = 0.994) and 
physically consistent, i.e., the sum of the fitted concentrations matches the fit of Sum, 
which has negligible (A = 8.81566×10
-4
) exponential character. This result indicates that 
ECH ring-opening is first-order with respect to ECH concentration. As both H2O and 
EtOH are present in large excess, changes in their concentration by consumption during 
ring-opening would have little effect on the observed kinetics. 
 
 
 This demonstrates that concentration curves can be determined via in situ 
mesophase 
13
C NMR for analysis of slow gelation kinetics, even in the presence of poor 






Figure S.4 X-ray (Cu-Kα) diffraction pattern of a ground vanadia aerogel monolith. Stick 
patterns for a series of potential VOx·nH2O species are included for comparison: 
V2O5·H2O (PDF# 01-074-3093), V3O7·H2O (01-085-2401), V3O7 (01-71-0454), 
H3.78V6O13 (01-088-1753 38-8). Electron diffraction pattern inset. 
 
 
 The peaks in the X-ray diffraction pattern are in locations similar to several 
known VOx materials, but the broad low-intensity peaks are more consistent with an 
amorphous material. (A detailed analysis of the diffuse scattering and determination of a 
model pair distribution function (PDF) is beyond the scope of this study.) The electron 
diffraction pattern and TEM image (Fig. 4B) suggest that some intermittent 
nanocrystalline domains are present. A good single-crystal electron diffraction pattern 
was not obtainable, due in part to multiple scattering from the amorphous matrix. The 
scarcity of the nanocrystals also precludes the collection of a quality powder electron 







Figure S.5 Conformally coated cylindrical VOx nanoworm approximation used to 
calculate polymer coating density, where r1 and r2 are the radii of the nanoworms and 
before and after isocyanate crosslinking, respectively and L is the length of the 
nanoworms. Since conformal crosslinking only adds onto existing nanoworms, the ratio 





     
     
 
    
   
 
    
    
      
 
 
 The skeletal density of the composite nanoworm, ρs,T, is the average of the 
skeletal density of the composite parts, ρs,1 and ρs,2, weighted by their respective volumes, 
V1 and V2: 
 
         
             
     
 
        
            
    
   
      
 
      
               
    
  
         
 
             
    
     








Figure S.6. Representative quasi-static compression tests of X-VOx aerogels with 
different densities, as controlled by isocyanate concentration in crosslinking solutions. 







Figure S.7. MS signals between m/z = 15 and m/z = 300 above the detection limit (~10
-10
 
A) for (a) vanadia aerogels and (b) vanadia xerogels. All identified signals are listed and 
identified in order of intensity at right, with isotopes labeled where more than one is 
observed. The ratios of the species are consistent with both typical concentrations in air 
and natural isotopic abundancies. For TGA-MS analysis, signals due to air were removed 
by subtracting the m/z = 36 signal multiplied by the final measured ratio between each 
species. Only m/z = 18, H2O, (blue) and m/z = 44, CO2, (red) show a statistically 
significant deviation from the background. These signals were normalized by sample 
mass and N2 carrier gas (m/z = 28) ion current, to account for variations in carrier gas 
flow. Latency between TGA and MS signals was determined to be 6 min by matching 
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ABSTRACT 
Several high-purity methyl perfluorocarboxylates were prepared (>99.5% purity by mole) 
and investigated as potential fluorine-rich electrolyte solvents in Li-ion batteries. The 
most conductive electrolyte, 0.1 M lithium bis(trifluoromethanesulfonyl)imide (LiTFSI) 





investigated in Si thin-film half-cells. The solid-electrolyte-interphase (SEI) formed by 
the PF5M2 electrolyte is composed of similar organic and inorganic moieties and at 
comparable concentrations as those formed by ethylene carbonate/dimethyl carbonate 
electrolytes containing LiPF6 and LiTFSI salts. However, the SEI formed by the PF5M2 
electrolyte undergoes reversible electrochemical defluorination, contributing to the 
reversible capacity of the cell and compensating in part for capacity fade in the Si 
electrode. While far from ideal, these electrolytes provide an opportunity to further 








 Prepared fluorine-rich methyl perfluorocarboxylates electrolyte solvents. 
 Perfluorinated electrolytes supported reversible Li-ion chemistry on Si electrodes. 
 Perfluorinated electrolyte SEIs are similar to carbonate electrolyte SEIs. 
 Reversible electrochemical defluorination mitigated Si capacity fade. 
 






 The fluorination of organic electrolyte components typically decreases the energy 
(increases the molecular electrostatic potential) of both the highest occupied molecular 
orbital (HOMO) and lowest unoccupied molecular orbital (LUMO), shifting the usable 
voltage window of electrolyte components to higher potentials [1-6]. This shift increases 
the stability to oxidative decomposition at the cathode but decreases stability to reductive 
decomposition at the anode. By controlling the oxidation and reduction potentials of each 
species in the electrolyte, one can theoretically control which species decompose at each 
electrode during the initial discharge cycle and fine-tune the properties of the solid-
electrolyte-interphase (SEI), which plays a vital role in extending the lifetime of Li-ion 
batteries [5-10]. 
 Zhang et al. have shown that electrolytes composed entirely of fluorinated 
components are capable of supporting high-voltage (>5.0 V) Li-ion chemistry with 
minimal electrolyte degradation [1] and demonstrated that passivation issues with low-
voltage anode materials can be overcome with the judicious use of fluorinated additives 
[2]. For example, the use of fluoroethylene carbonate (FEC) as an electrolyte additive has 
been shown to form a dense, robust, polymeric SEI that ameliorates fade in Si electrodes 
caused by fracture due to large volume changes during Li alloying and dealloying [4,10-
12]. 
 To better understand the role of fluorinated species in Li-ion battery chemistry, a 
series of methyl perfluorocarboxylate esters (Fig. 1) were prepared and their 
electrochemical performance investigated. We observe that the conductivity in these neat 
solvents is limited largely by Li
+




of the most conductive electrolyte were studied using idealized Si thin-film half-cells. We 
observe via X-ray photoelectron spectroscopy (XPS) that the SEI formed by this 
perfluorocarboxylate electrolyte on a Si electrode is composed of chemical moieties, e.g., 
organic carbonates and LiF, similar to those formed by traditional carbonate-based 
electrolytes at remarkably similar concentrations. However, electrochemical 
defluorination, well-known in poly(tetrafluoroethylene) (PTFE) [13,14], in combination 
with the high reduction potential (1.0e1.5 V) of the fluorinated solvent prevents effective 
electrode passivation, limiting the use of such fluorine-rich species as neat electrolyte 
solvents in Li-ion battery cells that require extended cycling. 
 
 
Fig. 1. Perfluorocarboxylate esters investigated in this work. 
 
 
 Beyond adjusting the stability window, lowering the flammability [6,15], and 
improving the SEI characteristics of common electrolytes, fluorinated organic 
compounds are also one family of solvents that can be largely hydrogen-free. This lack of 









2. Materials and methods 
 All reagents were used as received unless otherwise noted. Those used in Li-ion 
battery cells were stored in a dry Ar glovebox (<5.0 ppm O2, <100 ppb H2O) prior to cell 
fabrication. 
 The perfluorocarboxylates investigated here will be referenced according to the 
shorthand PFnOxZy, where n is the number of carbons on the perfluorocarboxylate, x is 
the number of ethereal oxygens in the perfluorocarboxylate, Z identifies the terminal 
group (A for carboxylic acid and M for methyl carboxylate), and y is the number of 
terminal groups. 
 
2.1 Perfluorocarboxylate esterification 
 Perfluorobutyric acid (PF4A) (Acros, 99%), perfluoroheptanoic acid (PF7A) 
(Alfa Aesar, 98+%), perfluorononanoic acid (PF9A) (Alfa Aesar, 97%), perfluoroglutaric 
acid (PF5A2) (Exfluor, 98%), and perfluoro- 3,6,9-trioxaundane-1,11-dioic acid 
(PF8O3A2) (Exfluor, 98%) were esterified with methanol (MeOH) (Sigma-Aldrich, 
≥99.8%) to form the corresponding methyl esters, PF4M, PF7M, PF9M, PF5M2, and 











 In a typical synthesis, 25 mmol perfluorocarboxylic acid was dissolved in 50 
mmol MeOH in a 20 mL scintillation vial. HCl, prepared by passing concentrated 
aqueous HCl (Sigma-Aldrich, 37%) vapor through a Drierite (Sigma-Aldrich) column, 
was bubbled through the solution, while stirring with a PTFE stir bar, until it became 
turbid. This solution was then sealed and stirred overnight. After allowing the reaction 
mixture to settle into two phases, the lower, colorless layer was collected and transferred 
to a 50 mL round-bottom flask and distilled under dry N2 (PF4M, B.P. = 80 °C; PF7M, 
B.P. = 140 °C) or vacuum (PF9M, B.P. = 140 °C; PF5M2, B.P. = 120 °C; PF8O3M2, B.P. 
= 160 °C) as appropriate. For dicarboxylic acid esters, 100 mmol MeOH was used. 
 
1
H (400 MHz) nuclear magnetic resonance (NMR) and 
13
C (100 MHz) NMR with 
inverse-gated 
1
H decoupling were performed on a Varian Unity Inova and used to verify 
ester synthesis. Purity was determined using the integral of the CH3 peak in the 
1
H 
spectrum for the ester and trace MeOH, the only detectable impurity (ester: 4.0 ppm in 
1
H 
and 54.2 ppm in 
13
C vs. tetramethylsilane (TMS); MeOH: 3.3 ppm in 
1
H and 48.6 ppm in 
13
C vs. TMS). 
 As-distilled esters were dried by storing over 3A molecular sieves (Alfa Aesar) in 




lithium triflate, lithium bis(oxalato)borate) was investigated, and only LiTFSI (3M, 
Battery Grade) was found to be appreciably soluble in the synthesized esters. 
 
2.2. Si Thin Film Fabrication 
 Si thin-film electrodes were prepared via radio-frequency (RF) magnetron 
sputtering using an undoped Si target (99.999%, Kurt J. Lesker) under Ar (99.9995%, Air 
Liquide) at 7.5 mTorr and 90 W RF power. The deposition rate was determined to be 8 
nm/min using a quartz crystal microbalance (Inficon). Si was deposited for 10 min onto a 
rough electrochemical-grade Cu foil (Oak-Mitsui) and cut into 13-mm diameter 
electrodes with a kerfless punch (EL-CELL). 
 
2.3. Electrochemical Characterization 
 Four electrolytes were evaluated in this work: 1.2 M LiPF6 in 3:7 (by volume) 
ethylene carbonate/dimethyl carbonate (EC/DMC) (BASF), 0.1 M LiTFSI in 3:7 
EC/DMC (Reagent Grade solvents, Aldrich, dried over 3A molecular sieves, <1 ppm 
H2O), 0.1 M LiTFSI in PF5M2, and saturated 0.1 M LiTFSI in PF8O3M2. Given that the 
PF5M2-based electrolyte possessed the highest conductivity of the perfluocarboxylate 
esters, it was exclusively used for electrochemical cycling studies. 
 Impedance spectroscopy was performed using a Biologic SP200 with an Accumet 
two-point Pt conductivity probe (#13-620-155) possessing a 1.0 cm
-1
 cell constant in an 
Ar-filled glovebox. Electrolyte conductivity was obtained by fitting the impedance 




 CR2023 stainless steel coin cells (Pred Materials) were prepared using Li ribbon 
(99.9% Alfa Aesar), porous polypropylene separators (Treopore) wetted with electrolyte, 
and 13-mm diameter Si thinfilm electrodes. Coin cells were galvanostatically cycled on a 
Maccor 4000 battery cycler at 10 μA with voltage cutoffs 0.07 V upon lithiation and 2.5 
V upon delithiation with a 10 min equilibration period between steps, corresponding to a 
nominal cycling rate of C/10. Rate performance was probed using galvanostatic currents 
of 5 μA (C/20),10 μA (C/10), 20 μA (C/5), and 50 μA (C/2). Capacity data were 
normalized to the first delithiation capacity for each cell to account for slight variability 
in thin film thickness across the Cu foil. 
 
2.4. Ex situ Analysis of Cycled Electrodes 
 After galvanostatic cycling, coin cells were transferred into an Ar-filled glovebox 
for decrimping. Electrodes were rinsed with 2mL DMC to remove excess electrolyte, 
dried under vacuum, and sectioned for ex situ analysis of insoluble SEI components. 
 Attenuated total reflectance infrared absorption (ATR-IR) spectroscopy was 
performed on the PF5M2-based electrolyte as prepared and on residue collected from a 
separator after extensive cycling (500 cycles at C/5) without exposure to air. ATR-IR was 
performed on a Bio-Rad 575c with a 4 mm × 4 mm diamond ATR crystal (Golden Gate, 
Specac) with a reactive sample anvil and KBr beam splitter. 
 XPS data were collected on Si electrodes cycled in 0.1MLiTFSI in PF5M2 
electrolyte to various states of charge (SOC). Electrodes cycled in 1.2MLiPF6 in 3:7 
EC/DMC and 0.1MLiTFSI in 3:7 EC-DMC were stopped at their 7th discharge (0.07 V) 




under vacuum in a specially developed transfer chamber to prevent errant decomposition 
upon exposure to air. XPS data were collected on a PHI 3056 with an Al anode source 
operating at 15 kV and 23.3 mA. High-resolution spectra were collected using a pass 
energy of 5.85 eV with 0.05 eV steps. Peak fitting and quantitative elemental analysis 
was performed using the PHI Multipak analysis suite and standard sensitivity factors. 
Binding energies were referenced to the C 1s C-H peak (284.8 eV). Intensity (counts per 
second) was normalized to the measured total atomic composition to prevent systematic 
errors in signal intensity. 
 
3. Results 
3.1 Ester Physical Properties 
 Specific perfluorocarboxylate esters were chosen to investigate the effects of 
perfluorinated chain length, mono- versus dicarboxylate esters, and the effect of ethereal 





H NMR revealed that the esterified products were highly pure: 0.5 
mol% MeOH was detected in PF4M and <0.1 mol% MeOH in all other cases. This trend 
is explained by the fact that increasing the boiling point of an ester allows easier 
separation from volatile compounds; esters that were vacuum distilled above 100 °C can 
be held under vacuum at room temperature with no observable sample loss and contained 





C NMR in any sample. All distilled esters were colorless; however, the 




in the starting materials dissolve selectively in the MeOH/H2O/HCl phase, resulting in 
high product purity without excessive processing. 
 LiTFSI solubility in the synthesized esters qualitatively follows the trend PF5M2 
≥ 0.1 M >> PF8O3M2 ≥ PF4M > PF7M > PF9M. Solubility appears to depend primarily 
upon the molar density of ester functional groups (PF5M2 = 11.1 M; PF8O3M2 = 6.78 M; 
PF4M = 6.45 M; PF7M = 4.39 M; PF9M = 3.62 M), consistent with previous reports 
[15]. It appears that the perfluorinated ether functionality, as in PF8O3M2, contributes 
negligibly to solubility, presumably due to the low net polarity of competing C-O and C-
F dipoles. The low solubility of LiTFSI limits electrolyte conductivity (Table 1). As a 
result, only PF5M2 can be utilized as a neat electrolyte solvent. While the conductivity of 
0.1 M LiTFSI in PF5M2 is inferior to both EC-DMC-based electrolytes, it is sufficient for 
operation at the low current densities necessary to investigate SEI formation on thin-film 
electrodes. 
 





6 in 3:7 EC/DMC 11.0  
0.1 M LiTFSI in 3:7 EC/DMC 2.51 
0.1 M LiTFSI in PF5M
2 1.87 × 10
-2
  













3.2. Galvanostatic Cycling of Si Anode Half-Cells 
 Fig. 2 (left) shows the normalized galvanostatic discharge (Si reduction/lithiation) 
and charge (Si oxidation/delithiation) curves for Si thin film half-cells as a function of 
electrolyte composition and cycling rate up to 25 cycles. Based on a theoretical Si 
capacity of 3578 mAh g
-1
 (Li15Si4) and a target film thickness of 80 nm, these electrodes 
are expected to possess a capacity of 90 mAh; however, due to electrolyte limitations and 
non-uniform Si deposition, due to thinning at the edges during film growth from the 
larger deposition distances, the capacities are highly variable. To account for these 
effects, the capacity was normalized to that of the first delithiation capacity, which 
depends only upon the total Si mass and degree of lithiation. As a result the discharge 
profiles are plotted with respect to 100% of the discharge capacity. The actual capacities 
are reported within the figures. The advantage of this approach is that we can more 
clearly identify changes in capacity with cycling. The corresponding differential capacity 
curves (Fig. 2, right) highlight the major electrochemical reactions taking place: 
reversible lithiation (†), irreversible lithiation (‡), and SEI formation (*). Lithiation steps 
occur at 0.25 and 0.10 V in the carbonate-based electrolytes (Fig. 2, †). In the PF5M2 
electrolyte, lithiation occurs at lower potentials, due to appreciable resistive losses. 
Increasing cycling rate exacerbates this potential drop. At C/5, only a single lithiation 
step is apparent above the 0.07 V cutoff. 
 All electrolytes exhibited two major irreversible reduction features at 0.5 V and 
0.3 V during the first cycle (Fig. 2, ‡). The fact that the reduction potentials for these 
features are independent of the electrolyte used is evidence that these peaks are related to 




oxidized Si electrodes suggests that the sharp reduction feature around 0.5 V is related to 
the lithiation of SiOx while the feature at 0.3 V is related to the irreversible lithiation of 
Si
0
 [25]. The capacity corresponding to the SiOx peak is 2.8 ± 0.2 mAh, equivalent to a 
4.5 ± 0.3 nm layer of SiO2 (4Li + SiO2 → Si + 2Li2O, 1.59 nm μAh
-1
 for 13 mm 
electrodes). The fact that the capacity of this feature is independent of the bulk lithiation 
capacity is consistent with a surface phenomenon. Because the Cu substrate is rough, 
resulting in an increased surface area, this calculation overestimates the thickness of a 
SiO2 film. The location of the reduction peak at 0.3 V prevents accurate integration. 
However, beyond asserting that these two reduction peaks are unique to the electrode and 
not associated with electrolyte chemistry, a detailed interpretation of these features is 





Fig. 2. Electrochemical cycling results on Si thin film electrodes. (A-E) Charge-discharge 
curves for investigated electrolytes at several cycling rates, normalized to initial 
delithiation capacity to account for fluctuations in Si thin film thickness, and (F-J) their 
respective differential capacity curves with an expanded inset to show SEI formation. 
Reduction peaks related to reversible lithiation (†), irreversible lithiation (‡), and SEI 
formation (*) are labeled. 
 
 
 SEI formation is most likely related to small irreversible peaks that can be seen in 




(Fig. 2F and G) show reduction peaks at 1.75 and 0.75 V, while the PF5M2 electrolyte 
(Fig. 2H,I, and 2J) shows a pair of broad peaks between 1.5 and 1.0 V. These features 
disappear after the first cycle, but similar features reappear around cycle 10 in the PF5M2 
electrolyte and grow steadily in intensity, suggesting that the SEI formed in this 
electrolyte does not effectively passivate the electrode. 
 The charge-discharge curves for the PF5M2 electrolyte (Fig. 2C,D,and 2E) change 
in shape in later cycles. The linear region in the charge (Si delithiation) curve adopts a 
gentler slope, compensating in part for a decrease in the capacity of the Si lithiation peaks 
at 0.25 V and 0.10 V (Fig. 2H,I,and 2J), leading to a relatively stable capacity. Given that 
the change in the charge curve coincides with the reemergence of the SEI reduction peaks 
during discharge (Fig. 2H,I, and 2J, *), it is likely that these features are due to 
electrochemical reactions within the SEI. The fact that these changes do not occur in the 
carbonate electrolytes is further evidence that these changes are related to PF5M2 and not 
electrode chemistry. 
 Si anodes cycled with the PF5M2 electrolyte suffer a ~12% loss in capacity after 
the first cycle (Fig. 3A) but regain it over the next 5 cycles. The initial loss in capacity is 
attributed to thermodynamic changes in the lithiation potential, e.g., structural relaxation, 
and increased cell resistance due to SEI formation during the first few cycles. Because 
high resistive losses due to the low conductivity of the electrolyte place the lithiation 
potential very near the voltage cutoff, electrodes cycled in the PF5M2 electrolyte are 
exquisitely sensitive to changes in the lithiation thermodynamics and cell resistance. The 
high cell resistance is illustrated by the greater voltage shift in the differential capacity 




(Fig. 2H,I, and 2J). At C/2 these small changes are enough to move the lithiation 




Fig. 3. Capacity fade in Si thin film electrodes: (A) normalized delithiation capacity and 
(B) absolute irreversible capacity (lithiation capacity - delithiation capacity). The 
anomalous capacity drop at cycles 13 and 14 in the PF5M2 electrolyte (C/20) is due to a 





 The initial drop and subsequent recovery in the delithiation capacity appears 
invariant when normalized to the initial delithiation capacity (Fig. 3A), implying that the 
reaction(s) responsible for this capacity are associated with the bulk of the Si film, 
consistent with silicon lithiation. By contrast, the irreversible reduction in capacity during 
lithiation appears invariant at low currents (C/10 and C/20) with respect to absolute 
current (Fig. 3B), suggesting a surface phenomenon. At high current densities (C/2), this 
irreversible loss drops to zero after only a few cycles, reflective of kinetic limitations on 
the reaction, consistent with electrochemical reactions taking place away from the Si 
electrode, i.e., electrolyte decomposition instead of Si lithiation. The observed 
irreversible capacity is qualitatively consistent with the magnitude of reduction peaks 
attributed to SEI formation (Fig. 2H,I, and J, *). 
 Si anodes cycled in the carbonate electrolytes do not show the early capacity loss-
recovery behavior and fade much more quickly than those cycled in the PF5M2 
electrolyte (Fig. 3A). This latter effect is attributable to the higher conductivity of the 
carbonate electrolytes which allows for deep lithiation of the Si electrode, where extreme 
volume changes speed Si fracture, the primary source of capacity fade in Si electrodes 
[11,26,27]. The irreversible reductive capacity (Fig. 3B) of electrodes cycled in the 
carbonate electrolytes is relatively constant (2-3 μAh) and much less than that observed 
in the PF5M2 electrolyte (>12 μAh), implying that electrochemical decomposition of the 






3.3. ATR-IR of Soluble Electrolyte Decomposition Products 
 To investigate soluble species produced as a result of electrolyte decomposition, 
ATR-IR was performed on the PF5M2 electrolyte before and after extensive cycling (Fig. 
4). ATR-IR spectra show no major changes in the PF5M2 electrolyte with extended 
cycling (500 cycles at C/5) except for a small feature that appears around 1700 cm
-1
, 
consistent with a carbonyl stretch. This stretch is most likely due to a partially soluble 
lithium perfluorocarboxylate created via electrochemical de-esterification of PF5M2 





 (COOH, OH) and 2850 cm
-1
 to 3000 cm
-1
 (CH) suggest that no protic or alkyl 
species are formed at detectable levels. Unfortunately, since the TFSI
-
 anion is 
undetectable due to its low concentration and interference from PF5M2, it is unlikely that 
any of its decomposition products, if decomposition occurs, would be observed. 
 
Fig. 4. IR absorption spectra of the PF5M2 electrolyte before and after 500 cycles at C/5. 
All peaks are attributable to PF5M2 in both spectra except for the small shoulder in the 
cycled electrolyte at 1700 cm
-1







Scheme 2. Electrochemical de-esterification of PF5M2. 
 
 
3.4. XPS of SEIs Formed on Si Anodes 
 High resolution XPS data were collected on Si electrodes (0.07 V) after 7 
lithiations with 1.2 M LiPF6 in 3:7 EC/DMC and 0.1 M LiTFSI in 3:7 EC/DMC and 
compared to one lithiated twice in 0.1 M LiTFSI in PF5M2 to investigate the effects of 
both electrolyte salt and solvent on SEI characteristics. Despite their significantly 
differing chemistries, SEIs formed from PF5M2-based and carbonate-based electrolytes 
are remarkably similar (Fig. 5), containing LiF and Li2CO3 in addition to organic 
carbonates (C 1s: CO3, 289 eV; O 1s: C=O, 532 eV, and C-O, 533 eV), carboxylates (C 
1s: CO2, 289 eV; O 1s: C=O and C-O), ethers/esters (C 1s: CO, 285.5 eV; O 1s: C-O), 
and fluorides (C 1s: CF, 287 eV; F 1s: CF 689 eV) in similar concentrations. The greatest 
compositional differences between the three electrolyte systems is the presence of the PF 
peak for the LiPF6-EC/DMC electrolyte (F 1s, 688 eV) and the absence of the Li2O peak 





Fig. 5. High-resolution XPS of lithiated (0.07 V) Si electrodes after 7 (1.2 M LiPF6 in 
EC/DMC and 0.1 M LiTFSI in EC/DMC) and 2 (0.1 M LiTFSI in EC/DMC) lithiations 
with nominal peak identifications. 
 
 
 The P 2p and N 1s spectra (not shown) indicate the presence of 1.6 at% P in the 
electrolyte with LiPF6 and 0.2 at% N in the electrolytes with LiTFSI, suggesting that 
decomposition products of PF6
-
 are a more significant (though still small) part of the SEI 
formed in LiPF6-based electrolytes when compared to those utilizing LiTFSI. However, 
because TFSI
-
 is the only source of F in the 0.1 M LiTFSI in EC/DMC electrolyte, the 
presence of LiF at a significant concentration (10.0 at% of the SEI) implies that TFSI
-
 




 To investigate the compositional changes of the PF5M2 SEI during formation, 
XPS data (Fig. 6) were collected at several SOCs (Fig. 7). While Li2O appears to form 
only in the carbonate electrolytes (Fig. 5), analysis of the SEI formed by the PF5M2 
electrolyte during the first cycle (Fig. 6) does show the formation of Li2O. This finding is 
consistent with the observation that Li2O is produced from the lithiation of SiOx at the 
electrode surface [10,28]. Continued SEI growth buries this interface, reducing its 
intensity and making it undetectable. The fact that it is detectable in electrodes cycled 
with the carbonate electrolytes but not the PF5M2 electrolyte after repeated cycling 
suggests that the SEI formed by the PF5M2 electrolyte is thicker than that formed by the 
carbonate electrolytes, consistent with the increased and continued electrolyte 
decomposition observed in the PF5M2 electrolyte during galvanostatic cycling (Fig. 2). 
 XPS data collected for the bare Si electrode and electrode held at open circuit 
voltage (OCV) vs. Li/Li
+
 for 10 min under the PF5M2 shows only adventitious C 1s and 
F 1s signals, indicating no SEI is formed in the absence of a reduction current. A slight 
broadening and increase in the binding energy of the 103 eV peak in the Si 2p peak is 
consistent with the conversion of SiO2 to SiO2-xF2x, suggesting that some chemical 
reaction does take place before SEI formation. In both cases, the peak areas indicate that 
27% of the Si within the sampling depth is SiO2/SiO2-xF2x. Assuming a sampling depth of 
10 ± 2 nm, we estimate a SiO2 thickness of 5.4 ± 1.1 nm, consistent with that determined 
from the SiO2 lithiation capacity (Fig. 2, 0.5 V). These Si peaks can be used as a 
qualitative estimate for the SEI thickness (lower intensity implies a thicker SEI). Using 
this measure, we can see that the SEI forms above 0.6 V and continues to grow during 








Fig. 6. High-resolution XPS and atomic fractions of Si electrodes cycled with 0.1 M 
LiTFSI in PF5M2 at the various SOCs shown in Fig. 7. A delithiation and second 










 XPS data show that the initial formation of the SEI in the PF5M2 electrolyte 
occurred between OCV and 0.6 V upon discharge, suggesting that the small 
electrochemical reaction(s) around 1.5-1.0 V (Fig. 2H,I, and 2J, *) corresponds to SEI 
formation. This initial SEI appears to be composed primarily of fluorinated carboxylates 
(CO2, CO, CF) and LiF (Fig. 6). Electrochemical defluorination of adjacent CeF bonds 
by Liþ is known to occur (C=C
…
LiF: C 1s, 289 eV), meaning that the presence of LiF (Li 
1s, 56 eV, and F 1s, 686 eV) in the initial SEI could be due to either LiTFSI 
decomposition, shown to occur in the carbonate electrolyte, or partial electrochemical 
defluorination of the perfluorocarboxylate component of the SEI (Scheme 3). The 
pronounced CF signal (C 1s, 287 eV, and F 1s, 689 eV) disappears with additional 
electrochemical reduction (between 0.6 and 0.2 V), indicating that electrochemical 
defluorination goes to completion. Upon delithiation, these peaks reappear, meaning that 




reversible. The intensity of the Si 2p peaks makes it unlikely that any significant SEI 
growth takes place during delithiation, the perfluorocarboxylate defluorination must be at 
least partially reversible. 
 
 
Scheme 3. Electrochemical defluorination of lithium perfluoroglutarate. 
 
 
 After the second discharge, a significant change in the SEI composition took 
place, most dramatically seen in the atomic fractions (Fig. 6, bottom right). While the C 
and Li atomic fractions remained relatively unchanged, the O content increased 
drastically at the expense of F. No additional soluble F compounds were detected via IR, 
so it is unlikely that F is lost from the SEI. Instead, we find it probable that partially 
soluble defluorinated carboxylate and carbonate moieties segregated towards the surface 
of the SEI during the cycling, increasing their observed intensity via XPS. This 
interpretation is consistent with the formation of a CO3 peak in the C 1s spectrum (290 
eV) and the ~0.3 eV decrease in the binding energy (and slightly lower intensity) of the 
primary Li 1s peak. Such changes have been observed previously in other studies [9,28]. 
We are unable to explain the systematic change in the binding energy of the LiF F 1s 
peak, but, since the shift appears reversible (686.0 eV at 0.07 V on the first and second 






 While these studies investigated a number of new battery solvent molecules we 
found significant similarities in the atomic and functional composition of SEIs formed 
from carbonate-based and perfluorocarboxylate-based electrolytes. This is surprising 
given the significant chemical differences between the solvent molecules indicating the 
SEI formation reactions drive to specific low energy chemical species, e.g. LiF, Li2CO3 
etc. These apparent similarities, though, do not prevent the systems from possessing quite 
different electrochemical properties, i.e., defluorination and passivation, suggesting that 
important subtleties in SEI composition are not captured via XPS [29]. Additionally, ex 
situ analysis only captures insoluble SEI components possibly missing species essential 
to SEI function. 
 The decreased capacity fade of the Si electrodes in the PF5M2 electrolyte (110% 
(C/20), 100% (C/10), and 90% (C/5) compared to 75% (0.1MLiTFSI in EC/DMC, C/10) 
and 50% (1.2 M LiPF6 in EC/DMC, C/10) after 25 cycles) can be partially attributed to 
shallower lithiation and the accompanying reduction in electrode strain [11]; however, 
the anomalous (yet repeatable) change in the voltage profile at later cycles partially 
compensates for the observed capacity losses in the lithiation and delithiation peaks. This 
capacity is most likely related to reversible electrochemical defluorination within the SEI. 
Unfortunately, we believe that these reactions increase the electronic conductivity of the 
SEI through the formation of an extended conjugated network, inhibiting effective 
passivation, as evinced by the large (>9.0 μAh/cm2) irreversible capacity and growth of 




 While this study focused on the use of perfluorocarboxylate esters as neat 
electrolyte solvents to reduce experimental complexity, there is no reason to limit their 
use to such simple systems. Additives, such as EC or fluorinated components, e.g., those 
investigated by Zhang et al. [1,2], which chelate Liþ more strongly would almost 
certainly improve conductivity and may improve SEI stability without sacrificing 
beneficial properties like nonflammability, oxidative stability, and neutron transparency. 
 
5. Conclusion 
 Perfluorocarboxylate esters can be easily and inexpensively synthesized in high 
purity; however, as neat solvents, they do not possess the necessary conductivity to 
compete with more traditional electrolytes in commercial Li-ion batteries. Interestingly, 
the SEI formed from these electrolytes appears to undergo reversible electrochemical 
defluorination, contributing to the cycling capacity and compensating in part for fade due 
to electrode fracture and delamination. The low inherent stability of the electrolyte 
towards reduction, possibly combined with the electronic conductivity of an extended 
conjugated network formed in the SEI during electrochemical defluorination, leads to 
continual electrolyte decomposition. These properties may also apply to similar heavily 
fluorinated species proposed for next generation Li-ion electrolytes [1,2,5,30,31]. In 
particular the defluorination reaction, which may impart unwanted electronic 
conductivity in the SEI, has been shown in poly(tetrafluoroethylene) to be related to 
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This work details experiments to characterize the liquid-solid interface of a silicon anode 
material in situ using neutron scattering characterization with perfluorocaroxylate 
electrolytes. The most conductive electrolyte, 0.1 M lithium 
bis(trifluoromethanesulfonyl)imide (LiTFSI) in deuterated dimethyl perfluoroglutarate 
(d6-PF5M2) (1.87 10
-2
 mS/cm), was utilized for an in situ neutron reflectometry (NR) 
study of the solid-electrolyte-interphase (SEI) formation on a Si electrode. SEI 
composition and thickness determined via in situ NR and ex situ X-ray photoelectron 
spectroscopy (XPS) was compared. SEI expansion and contraction (breathing) during 




that the SEI thickness increases during Si lithiation and decreases during delithiation, 
while in situ NR suggests the opposite. It is shown that the most likely cause of this 
discrepancy is the selective removal of SEI components during electrode rinse, required 
to remove electrolyte residue prior to ex situ analysis, demonstrating the necessity of 
performing SEI characterizations in situ. 
1. Introduction 
 Solid-electrolyte-interphases (SEIs) formed by electrolyte decomposition on 
electrode surfaces during electrochemical cycling are an integral, yet under-characterized 
component of Li-ion batteries. SEIs impede performance by reducing Li
+
 conductivity 
but also increase the useful lifetime of the cell by preventing continual decomposition of 
the electrolyte and inhibiting electrode decomposition and exfoliation. Finding a balance 
between these properties is necessary for the optimization of battery performance and 
requires a detailed study of the relationship between SEI composition and properties. The 
SEI is typically a 5-50 nm layer on 1-100 μm particles, so the SEI is only a low 
compositional fraction and must be analyzed with surface-sensitive techniques or grown 
on high-surface-area materials to obtain sufficient signal intensity.
1-8
 The most common 
methods of characterizing SEIs, e.g., X-ray photoelectron spectroscopy (XPS), infrared 
absorption spectroscopy (IR), nuclear magnetic resonance spectroscopy (NMR), involve 
disassembling cycled Li-ion cells and often rinsing the electrode of interest to remove 
excess electrolyte before analysis.
6-9
 These preparation steps potentially remove soluble 
SEI components and expose the electrode to environmental contaminants. In situ 





 Several methods exist for studying battery materials and interfaces in situ.
9-19
 For 
this study, neutron reflectometry (NR) was chosen to investigate the SEI formed on a Si 
thin film, as it possesses several advantages over other methods. X-ray and neutron 
reflectometry are interface-sensitive techniques,
8, 20-25
 unlike diffraction or nuclear 
magnetic resonance, and interrogate a macroscopic sample size, unlike electron 
microscopy. Neutrons are deeply penetrating and sensitive to light elements (H, Li),
10, 15, 
17, 24-27
 unlike X-rays, making NR particularly suited for the characterization of SEIs and 
electrodes in Li-ion batteries.
10, 15, 17, 24-27
 A specialized cell has been developed at the 
Oak Ridge National Laboratory for use on the Liquids Reflectometer (Spallation Neutron 
Source, Beam Line 4B) for performing NR on thin films with electrochemical cycling. 
This set-up can obtain high quality data in a reasonable amount of time (<1 hr per 






H, possesses a large, incoherent neutron scattering cross-section, so 
the presence of hydrogenous material in an electrochemical cell can contribute 
significantly to the background signal in elastic neutron scattering techniques like NR. 
For neutron scattering experiments with in situ electrochemistry, this unwanted scattering 
typically comes from the requisite organic electrolyte solvent, e.g., dimethyl carbonate 
(DMC), ethylene carbonate (EC), propylene carbonate (PC). Because neutron scattering 
is derived from nuclear interactions, isotopic substitution (deuteration, 
2
H) is typically 
utilized to minimize unwanted scattering from hydrogenous components.
15-18, 20, 21, 23-25, 27, 
28
 Unfortunately, deuterated carbonate esters are both expensive and of only moderate 






 An ideal electrolyte for in situ neutron scattering studies would possess a high 
ionic conductivity, high purity (commercially available 
1
H EC, DMC, PC electrolytes), 
and a low (incoherent) scattering cross-section (commercially available 
2
H EC, DMC, 
PC). It is also necessary that the electrolyte have an appropriate electrochemical stability 
window, which is experiment-dependent. In order to aid NR data it is necessary to 
maximize the scattering length density (SLD) contrast between layers (discussed in Sect. 
2.5), which warrants the use of an electrolyte with a high SLD for the experimental 
geometry used here. Other in situ neutron scattering techniques, e.g., neutron diffraction, 




 Fluorinated solvents have a number of advantageous properties for Li-ion battery 
electrolytes: high oxidation potential, low flammability, and attractive SEI 
characteristics.
1, 5, 8, 30-32
 Perfluorinated organic solvents are also one family of materials 
that are both electrochemically stable and hydrogen-free, suggesting that they may be 
prime candidates for solvents in in situ neutron scattering experiments. To investigate this 
potential, d3-methyl perfluorocarboxylates were synthesized with high (≥99.9%) purity 
and used as low-scattering electrolyte solvents for in situ NR. Perfluorocarboxylate esters 




 and the ability to easily 
and inexpensively synthesize deuterated esters using the corresponding carboxylic acids 
and deuterated methanol (d3-MeOD). The specific methyl perfluorocarboxylates used in 
this study (Fig. 1) were chosen such that they covered a reasonable range of -CF2- chain 
lengths, diesters, and perfluoroethers. The electrochemical properties of these electrolytes 




the SEI formed on Si electrodes via ex situ XPS.
33
 This study focuses on those properties 
specifically relevant to their use as electrolyte solvents in in situ neutron scattering 
experiments and a comparison with ex situ characterization. Using these electrolyte 
solvents instead of commercially-available deuterated carbonates improves both the 
observed electrochemistry, due to high purity, and the quality of NR data, due to their 
exceedingly low neutron scattering cross-sections. The relationship between the state-of-
charge (SOC) of the Si electrode and the SEI composition and thickness differs when 
analyzed via ex situ XPS and in situ NR, demonstrating the importance of in situ 
characterization. 
 
Fig. 1 d3-methyl perfluorocarboxylate esters investigated as electrolyte solvents in this 
study. 
 
2. Materials and methods 
 All reagents were used as received unless otherwise noted. Those used in Li-ion 
battery cells were stored in a dry Ar-filled glovebox (<5.0 ppm O2, <100 ppb H2O) prior 




 The perfluorocarboxylates investigated here will be referenced according to the 
shorthand PFnOxZy, where n is the number of carbons on the perfluorocarboxylate, x is 
the number of ethereal oxygens in the perfluorocarboxylate, Z identifies the terminal 
group (A for carboxylic acid and M for methyl carboxylate ester), and y is the number of 
terminal groups. 
 
2.1. Perfluorocarboxylic acid esterification 
 Perfluorobutyric acid (PF4A) (Acros, 99%), perfluoroheptanoic acid (PF7A) 
(Alfa Aesar, 98+%), perfluorononanoic acid (PF9A) (Alfa Aesar, 97%), perfluoroglutaric 
acid (PF5A2) (Exfluor, 98%), and perfluoro-3,6,9-trioxaundane-1,11-dioic acid 
(PF8O3A2) (Exfluor, 98%) were esterified with methanol (MeOH) (Sigma-Aldrich, 
≥99.8%) to form the corresponding methyl esters, PF4M, PF7M, PF9M, PF5M2, and 
PF8O3M2 (Fig. 1) respectively (Scheme 1). 
 
 




 In a typical synthesis, 25 mmol perfluorocarboxylic acid was dissolved in 50 
mmol MeOH in a 20 mL scintillation vial. HCl, prepared by passing concentrated 
aqueous HCl (Sigma-Aldrich, 37%) vapor through a Drierite (Sigma-Aldrich) column, 




turbid. This solution was then sealed and stirred overnight. After allowing the reaction 
mixture to settle into two phases, the lower, colorless layer was collected and transferred 
to a 50 mL round-bottom flask and distilled under dry N2 (PF4M, boiling point = 80° C; 
PF7M, 140° C) or vacuum (PF9M, 140° C; PF5M2, 120° C; PF8O3M2, 160° C) as 
appropriate. For dicarboxylic acid esters, 100 mmol MeOH was used. For the synthesis of 
deuterated esters, e.g., d3-PF4M, d6-PF5M2, MeOH was replaced with its perdeuterated 
counterpart, d3-MeOD (99.8 %D, Fisher Scientific). 
 
1
H (400 MHz) nuclear magnetic resonance (NMR) and 
13
C (100 MHz) NMR with 
inverse-gated 
1
H decoupling were performed on a Varian Unity Inova and used to verify 
ester synthesis. Purity was determined using the integral of the CH3 peak in the 
1
H 
spectrum for the ester and trace MeOH, the only detectable impurity (ester: 4.0 ppm in 
1
H 
and 54.2 ppm in 
13
C vs. tetramethylsilane (TMS); MeOH: 3.3 ppm and 3.6 ppm in 
1
H and 
48.6 ppm in 
13
C vs. TMS). 
 As-distilled esters were dried by storing over 3A molecular sieves (Alfa Aesar) in 
an Ar-filled glovebox for two weeks. Due to its high relative ionic conductivity in 
comparison to other perfluorocarboxylate-based electrolytes (1.87 × 10
-2
 mS/cm), 0.1 M 
lithium bis(trifluoromethane-sulfonyl)imide (LiTFSI) (3M, Battery Grade) in d6-PF5M2 
was used as the electrolyte for all electrochemical characterizations. 
 
2.2. Neutron Scattering Profiles 
 The total scattering coefficient (τ) of a series of protiated and deuterated 
electrolyte solvents was calculated using standard thermal neutron scattering cross-
sections
34




             
 
                       
 
                                          
 
where Nd,i is the number density of nucleus i, σT,i is the sum of the coherent (σCOH,i) and 
incoherent (σINC,i) neutron scattering cross-section of nucleus i, NA is Avagadro's number, 
Md is the molar density of the solvent, and ni is the number of nucleus i in the molecular 
formula for the solvent. Scattering profiles were collected from several electrolyte 
solvents in order to compare with the calculated values and demonstrate the contribution 
of both incoherent (flat) and coherent (diffuse peaks) scattering to the total background 
signal. 
 Energy-integrated neutron scattering profiles were collected on the University of 
Missouri Research Reactor (MURR) triple-axis spectrometer (TRIAX) using a 6-mm-
diameter Al sample can. The incident wavelength was fixed at 2.36 Å (14.7 meV). 
Scattered neutrons were monitored from 2θ = 44.0° (Q = 1.99 Å-1) to 2θ = 82.2° (3.50 Å-1) 
at a step-size of 0.1° for 1 10
6
 monitor counts (~2 min) per point. 
 
2.3. Fabrication of electrochemical cell for in situ NR 
 The thin-film working electrode was deposited by DC magnetron sputtering and 
evaporation from commercially available targets, Cu (99.99% - Kurt J. Lesker) and Si 
(99.99% - Kurt J. Lesker) in an in-house sputtering system. Base pressures were below 5 
× 10
-8
 Torr before Cu sputter deposition and the target to substrate distances were 5 cm. 
Rates were measured using a quartz crystal microbalance. The Cu films were deposited 
by DC sputtering at an applied power of 300 W, at 3 mTorr Ar (99.9995%, Air Liquide) 




with a base pressure less than 5 x 10
-9
 Torr. The samples were not exposed to air between 
depositions. 50-mm-diameter, 10-mm-thick single-crystal Si substrates were obtained 
from the Institute of Electronic Materials Technology, Warszawa, Poland. 
 Ti0.68Zr0.32 alloy (subsequently referred to as TiZr) was selected as the Li current 
collector for two reasons: (1) TiZr is a null (SLD = 0, incoherent) scatterer of neutrons, 
eliminating the possibility of interfering diffraction peaks in the NR pattern, and (2) TiZr 
does not react chemically or electrochemically with Li. A machined 50-mm-diameter, 1-
cm-thick TiZr substrate was cleaned in successive water and isopropanol sonication baths 
and dried at 120 °C for 2 days. The Li counter electrode (2.9 cm) was prepared using 3/4''-
wide Li-foil (Alfa Aesar), which was scraped clean and pressed onto the TiZr substrate in 
a dry Ar-filled glovebox. 
 Wires were attached to the Si and TiZr plates (prior to Li deposition) using silver 
epoxy (Illinois Tool Works) which was allowed to dry overnight. The silver epoxy was 
placed on the edge of the Si wafer to contact the Cu which was spilled around the wafer 
during deposition. The epoxy was never in contact with the electrolyte. Electrodes and 
0.1 M LiTFSI in d6-PF5M2 electrolyte were sealed under dry Ar and transferred to a He-
filled glovebox (H2O < 1 ppm; O2 < 7 ppm) located at the beam line for on-site cell 
assembly. 
 The in situ electrochemical cell for NR was assembled using a specially-
developed apparatus as previously reported.
23-25
 The electrodes were separated by a 48-
mm-diameter Teflon-coated Viton O-ring with a 0.8 mm cross-sectional diameter. The 
total cell volume was ~2.5 mL, depending on the amount of Li on the TiZr. This volume 




collector, which were subsequently sealed with Teflon plugs. A diagram of the assembled 
cell and NR geometry is shown in Fig. 2. 
 
 
Fig. 2 Experimental geometry for collecting NR data. 
 
 
2.4. In situ electrochemistry and NR 
 Electrochemistry was controlled using a Biologic VSP potentiostat. Due to the 
high resistance of the in situ cell, galvanostatic cycling was not possible, so the cell was 
cycled using a hybrid galvanostatic-potentiostatic protocol. Electrodes were driven 
galvanostatically (375 μA) to the desired potential and held potentiostatically for 30 min. 
The cell was then allowed to equilibrate in the open-circuit state for 30 min prior to NR 




 NR measurements were carried out on the Liquids Reflectometer (LR, Beam Line 




a horizontal-geometry instrument using the time-of-flight technique with an effective 
single bandwidth of 3.5 Å at an accelerator pulse frequency of 60 Hz. NR measurements 
on the assembled cell were carried out in the inverted geometry, using the Si substrate as 
the incident medium, in order to observe a critical edge. NR was performed on the as-
fabricated electrode in the traditional geometry, with air as the incident medium, in order 
to determine the initial multilayer parameters prior to any chemical interaction with the 
electrolyte. For these measurements, neutrons of wavelengths 2.5 Å to 17 Å together with 
four angles of incidence, θ = 0.60°, 0.69°, 1.37°, and 2.71°, provided a wave vector 
transfer (Q) range extending from 0.008 Å
-1
 to 0.22 Å
-1
. An incident beam slit was 
adjusted for each angle in order to maintain a constant footprint on the sample. 
 Reflected neutrons are collected in a two-dimensional detector array oriented 
perpendicular to the specularly reflected beam. Each neutron detection event is recorded 
with detector pixel ID and time-of-flight (TOF) from the spallation event. This data is 
processed with the Mantid data analysis framework to obtain the reflectivity profile.
35
 
Using the reflection angle and neutron TOF, the data is converted to intensity as function 
of Q. The background intensity is determined from the off-specular intensity and 
subtracted from the specular intensity (Electronic Supplementary Material Fig. S1). The 
final reflectivity is obtained by absolutely normalizing the resulting intensity using 






2.5. Fitting of NR data 
 Modeling of the neutron reflectivity data was done using the Motofit program.
26
 
Details of the analysis, including the estimation of the uncertainties can be found in 
reference.
25
 Model constraints were added to analysis described in the reference stated 






                                                                              
 
and assuming one-dimensional swelling typical of thin films, the thickness and SLD of 
the LixSi layer were constrained to a single fitting parameter. Ultimately fitting of NR 
results in a thickness and SLD (β) for each layer. SLD is indicative of the atomic 
composition of the layer and can be calculated using Eq. 3: 
 
         
 
        
 
                                                             
 
where Nd,i is the number density of nucleus i, bi is the neutron scattering length of nucleus 
i, Nd is the average atomic number density of the layer, and χi is the molar fraction of 
nucleus i. 
 
2.6. Ex situ characterization 
 Si thin-film witness electrodes were prepared via radio-frequency (RF) magnetron 




deposition rate was determined to be 8 nm/min using a quartz crystal microbalance 
(Inficon). Si was deposited for 10 min onto a rough electrochemical-grade Cu foil (Oak-
Mitsui). The Si films were then cut into either 13-mm- or 8-mm-diameter electrodes as 
necessary. 
 The effect of cycling on electrolyte composition was investigated via ex situ 
NMR. Cycled electrolytes were prepared by galvanostatically (10 μA) discharging 
electrolytes for 18 hr in a two-electrode Swagelok-type cells with an 8-mm Si thin-film 
working electrode and Li counter electrode and ~1 mL protiated or deuterated 0.1 M 
TFSI electrolyte. Two layers of a 0.14-mm-thick PEEK mesh (McMaster Carr) were used 
as a separator in order to ensure a large electrolyte volume for analysis. Swagelok cells 
were disassembled in a dry Ar glovebox and ~0.75 mL of each cycled and uncycled 
electrolyte was transferred to a 5-mm NMR tube. The tubes were then sealed with a 
polypropylene cap followed by placing a thin bead of epoxy (Loctite Hysol 1C) on the lip 









F (376 MHz), and 
7
Li (155 
MHz) NMR on a Bruker Avance III spectrometer. 
1
H spectra were referenced to the most 




F spectra were referenced to the 
most intense CF2 peak (109.43 ppm vs. TMS and -119.60 ppm vs. CFCl3, respectively). 
These secondary references were chosen in order to avoid isotopically-induced shifts 
from deuteration on the CH3 signal (0.04 ppm in 
1
H and 0.70 ppm in 
13
C). Due to the 
absence of an accurate (<0.01 ppm) secondary standard, 
7
Li peaks were set to 0 ppm and 




 The atomic composition of the SEI formed on Si thin-film electrodes was 
characterized as a function of SOC via ex situ XPS. CR2023 stainless steel coin cells 
(Pred Materials) were prepared using Li ribbon, porous polypropylene separators 
(Treopore) wetted with electrolyte, and 13-mm Si thin-film electrodes. Coin cells were 
galvanostatically cycled at 10 μA, corresponding to an approximate cycling rate of C/10 
(fully discharged in 10 h), on a Maccor 4000 battery cycler and stopped at specific 
potentials related to observed electrochemical reactions. Cycled coin cells were then 
transferred into a dry Ar-filled glovebox for decrimping. Electrodes were rinsed with 2 
mL DMC (Aldrich, 99.9%) to remove excess electrolyte, dried under vacuum, and 
sectioned for ex situ analysis of insoluble SEI components. Electrodes were transferred 
from the glovebox to the XPS sample stage under vacuum in a specially developed 
transfer chamber to prevent decomposition upon exposure to air. XPS data were collected 
on a PHI 3056 with an Al anode source operating at 15 kV and 23.3 mA. High-resolution 
spectra were collected using a pass energy of 5.85 eV with 0.05 eV steps. Peak fitting and 
quantitative elemental analysis was performed using the PHI Multipak analysis suite and 




3.1. Ester physical properties 
 The synthesis and conductivity of these electrolytes has been described 
previously.
33
 In this prior work we demonstrated that despite the relatively low purity of 








products were of high purity (>99.7 mole %). The most common impurity was methanol 
which could easily be removed by distillation especially for the esters with higher boiling 
points, which can be held under vacuum at room temperature for extended periods with 
negligible sample loss. In order to confirm the predicted coherent and incoherent 
scattering components, Fig. 3A, from the electrolyte energy-integrated, elastic plus 
ineleastic, neutron scattering profiles were measured, Fig. 3B, on the solvents without salt 
species. Using the calculated thermal neutron scattering coefficients, τ (summarized in 
Fig. 3A), the fraction of unscattered neutrons passing through a medium can be estimated 
from the Beer-Lambert law (Eq. 4): 
 
    
  
                                                                                      
  
where I(l) is the intensity of the neutron beam after passing a distance l through the 
scattering medium and I0 is the initial intensity of the neutron beam. Since the scattered 
neutrons only add to the background intensity during a measurement, it is ideal to 
minimize this contribution. For example, a 5-mm path through protiated DMC would 
scatter 80% of neutrons while deuterated DMC would only scatter 5.5% of the neutrons. 
Passing neutrons through protiated and deuterated PF5M2 results in 56% and 2.8% of 
neutrons scattering, respectively. Fig. 3B shows the measured neutron scattering profiles 
of several standard and prepared deuterated and protiated solvents. The two large peaks at 
2.7 and 3.1 Å
-1
 are due to the polycrystalline Al in the sample can whose intensities vary 
depending on tube orientation relative to the beam. The data for the solvents is reflected 




intensity due to the large concentration of protons. A second group of spectra collected 
for the protiated esters show that their cross-sections are much lower than the DMC 
consistent with lower neutron scattering densities as estimated in Figure 3A. Finally, the 
third bunch of spectra collected for the deuterated esters are universally low, which is 
consistent with theoretical calculations.
34
 While the greatest reduction in background is 
achieved through deuteration, d6-PF5M2 is expected to contribute only about half as 
much to the background intensity as d6-DMC which would result in a significant 
reduction in background intensity. 
  After rigorous drying with 3A molecular sieves in a dry Ar glovebox, only PF5M2 
was able to dissolve LiTFSI up to 0.1 M. While the conductivity of 0.1 M LiTFSI in 
PF5M2 (1.9 × 10
-2
 mS/cm) is inferior to carbonate-based electrolytes, e.g., 1.2 M LiPF6 in 





Fig. 3 (A) Calculated total neutron scattering coefficients (τ) and (B) measured neutron 
scattering profiles for selected electrolyte solvents. Al (111) and (200) peaks in (B) arise 






3.2. Comparison of ex situ and in situ electrochemistry 
 A differential capacity (dQC/dV) curve for the first cycle of a Si thin-film coin cell 
cycled galvanostatically at 10 μA is shown in Fig. 4. Previous studies have identified the 
major electrochemical reactions that take place during the first lithiation of Si thin-film 
electrodes with a 0.1 M LiTFSI in PF5M2 electrolyte: SEI formation, ~1.0 V (Fig. 4, 
green ●); adventitious oxide lithiation, 0.48 V (orange ■); irreversible Si lithiation 
feature, 0.26 V (blue ♦); first lithiation step, 0.21 V (red ▲); second lithiation step, <0.07 
V (red ▲); and delithiation, 0.40 V and 0.54 V (red ▼).33 These voltages were used to 
identify regions of interest for the NR studies described below. Furthermore, additional 
coin cells were cycled to 0.6 V, 0.4 V, 0.2 V, 0.07 V, and 2.5 V (Fig. 4, black arrows) for 
ex situ XPS investigations to support the NR investigation of the SEI chemistry. A 
detailed analysis of the chemical composition and evolution of the SEI as determined via 









Fig. 4 Differential capacity curve for the first cycle of a Si thin-film half-cell used for ex 
situ analysis. Arrows mark stopping potentials for ex situ XPS. Shapes mark identified 
electrochemical reactions: SEI formation (green ●), SiO2 lithiation (orange ■), 
irreversible lithiation (blue ♦), Si lithiation (red ▲), and Si delithiation (red ▼). 
 
 Fig. 5 shows the voltage and current profiles for the electrode used in the in situ 
NR cell as function of time. The NR data was collected during the rest steps for the 
voltage and current collection. While the cycling of battery materials is typically 
performed galvanostatically (constant current), the high resistance of the electrode used 
in the NR cell resulted in large overpotentials which made stopping at predetermined cell 
potentials difficult. For this reason, a hybrid galvanostatic-potentiostatic (constant 
voltage) protocol was utilized. By holding the electrode at a predetermined potential and 
allowing the current to decay, the resistive potential drop will decrease and approach the 
"true" potential of a traditional cell with a lower resistance, i.e., a coin cell. After this 
step, an additional relaxation step was performed at open circuit to allow for cell 




during NR data collection. Even though the cell was allowed to relax at open circuit for 
30 min prior to the collection of NR data, continued potential relaxation during NR data 
collection is apparent; however, this relaxation is quasi-linear and relatively small, 
implying that any additional changes in the electrode and SEI are minimal and 
acceptable. Furthermore, as our goal was to characterize the SEI structure very small 
changes in Li-Si chemistry will not influence the SEI chemistry significantly. 
 
 
Fig. 5 Electrochemical data for in situ NR cell. NR data was collected during the gaps. 
The voltage profile is shown in black while the current profile is shown in red (lithiation) 
and blue (delithiation). 
 
3.3.Neutron reflectometry 
 The electrode used in this study was initially measured in air in order to determine 
the thickness of the Si electrode, Cu current collector, and any adventitious oxide layers 
before any chemical or electrochemical reactions took place. It was determined that the Si 
electrode and copper current collectors were 48.3 and 7.4 nm thick, respectively, and that 
there was a 2.3 nm SiO2 layer between the single-crystal Si substrate and the Cu current 




did not improve the fit quality, so it is assumed that any adventitious oxide on the surface 
of the electrode is negligible. Neutron reflectivity curves obtained for the electrode at 
different cell potentials and the corresponding fits to the data fits are shown in Fig. 6A-I. 
From this data one can clearly see no change in the OCV structure and the 1.1 V data 
indicating no change in the Si electrode stoichiometry and no clear formation of a 
condensed surface layer or SEI reaction product. Furthermore, there is also no change in 
the in air structure versus OCV (not shown). 
 
 





However, there are subtle but clear differences in the reflectometry profile at high 
Q’s upon reaching 0.7 V where we see evidence for SEI formation in the CV data (Fig. 
4). Fitting this data revealed a very small expansion of the Si layer (48.3 to 48.9 nm) due 
to a slight lithiation and the formation of a 14.4 nm surface reaction layer we attribute to 
the SEI. Fig. 7 shows a representation of the SLD as a function of distance from the 
Cu/Si interface determined from the fits to the NR data. From this plot, and Table 1, we 
see that the SEI has a refined SLD of 4.5 which is lower than the experimentally 
measured SLD of the electrolyte (4.8 × 10
-6
 Å-2). This lower SLD has to be due to the 
formation of a reaction phase with slightly higher Li content than the bulk electrolyte or a 
film made from the electrolyte but with a lower density than the electrolyte. Given that a 
significant decrease in density with solid formation is unlikely and additional evidence of 
Li in the SEI layer (discussed below) this reduction in SLD has to be due to an increase in 
the Li content of the SEI. Upon continued lithiation (0.4 V) we see a further loss in 
structure within the NR data consistent with an increased Li-Si ratio and a slight 






Fig. 7 SLD profiles representing the tabulated fit parameters (Table 1). Colors match the 
corresponding fits from Fig 7. Major layers are labeled. 
 
 
Upon further lithiation (0.08 V) we see a significant change in the NR data due to 
the growth of the Li-Si electrode layer (50.5 to 106 nm) and the further growth in the SEI 
thickness (16.7 to 26.6 nm). The SLD of the Si-layer decreases from 2.07 × 10
-6
 Å-2 to 
0.28 × 10
-6
 Å-2 due to the incorporation of the low SLD Li. Eq. 2 and 3 indicate that 
lithiation of the electrode results in the alloy Li1.5Si, well below the full lithiation capacity 
of Li3.75Si. Furthermore, delithiation of the electrode does not go to completion, resulting 
in an electrode composition of Li0.45Si, suggesting that a significant portion of the Si 
lithiation capacity is irreversible. 
To confirm that the Li-Si ratio determined via NR is consistent with 




electrochemical capacity of the cell. If the entire electrode area within the O-ring (18 cm
2
, 
4.8 cm diameter) was lithiated uniformly, the observed reversible electrochemical 
capacity (142 μAh) indicates that the electrode has a reversible Li capacity of 0.69 Li per 
Si. This is significantly smaller than the changes in electrode thickness from NR (Eq. 2) 
which suggest that the electrode has a reversible capacity of ~1.0 Li per Si. Since the Li 
metal electrode (~2.9 cm diameter) is smaller than the Si electrode and large 
overpotentials are observed in the NR cell a non-uniform lithiation is not unreasonable. 
The Li/Si ratio determined via NR and in situ charge and discharge capacities suggest a 
uniformly lithiated electrode would possess an area of 10 cm
2
 (3.6 cm diameter), closer to 
the size of the Li electrode yet still significantly larger than the NR footprint (4 mm × 2 
mm centered on the Si electrode/Li counter electrode). We believe that the electrode area 
that contains the NR footprint has the most uniform lithiation but that the rest of the 
electrode lithiates at a much slower rate and to a much lower extent.  
One way to confirm this hypothesis is to measure a relaxation cell potential and 
compare it to Li/Si compositions in the literature. We compared the potential relaxation 
curves for the in situ NR cell (Fig. 5) and a standard coin cell (Fig. 4) operated under 
galvanostatic conditions to estimate the NR cell's state-of-charge. Fortunately, despite the 
large differences in cell geometry, the potential relaxation curves for the in situ NR cell 
and coin cell are similar, especially in the lithiated state as demonstrated in  Fig. 8. 
Comparing the potential relaxation rates (Fig. 8B) for the two types of cell we see that the 
largest differences occur during the early stages of relaxation. Furthermore, the potential 
relaxation curves in the lithiated state are nearly identical, even for different potentials 




determined for each in situ NR cell potential by taking the potential after 10 min of 
relaxation and subtracting the total relaxation potential drop (10 min) for a comparable 
coin cell potential. From this analysis we find that the NR cell would have an equivalent 
potential of 0.18 V relative to a coin cell indicating a Li/Si ratio between 0.9 and 1.9 
which is consistent with the NR thicknesses. 
 
 
 Fig. 8 Potential relaxation (A) and relaxation rate (B) for in situ NR and coin cells 
stopped at various potentials. 
 
 
As noted previously the SEI thickness increased from 16.7 to 26.6 nm when 
lithiated to Li1.5Si. Interestingly the SLD of the SEI increased from 4.5 to 4.7 × 10
-6
 Å-2. 
Since ex situ XPS indicates that Li content increases during the first lithiation (Sect. 3.4), 
which is expected to decrease SLD, this increase in SLD could be due to a densification 
of the SEI or an increase in high scattering length nuclei like 
2
H, which is not captured 
via XPS, or C. A large increase in SEI porosity (> 66%) could also explain this change; 
however, we are unaware of any mechanism which would induce such a sudden and 




both in situ NR and ex situ XPS (Sect 3.4) indicate SEI growth, from 14.4 ± 3.2 nm to 
26.6 ± 2.1 nm (NR) and 5.3 ± 2.3 nm to 7.9 ± 3.4 nm (XPS). 
Upon delithiation the electrode thickness reduces significantly (106 to 65.4 nm) 
resulting in a composition of Li0.45Si. Interestingly, the thickness of the SLD increases 
further to 34.2 nm with a corresponding decrease in the SLD to 4.3 ± 0.3 × 10
-6
 Å-2 
indicating an increase in Li content or a decrease in SEI density. Since ex situ XPS 
indicates that Li content is decreasing (Sect. 3.4) during this stage, the change in SLD is 
most likely due to a change in the average atomic density (Nd) of the SEI. Upon further 
cycling the SEI layer contracts (Li1.5Si) significantly (34.2 to 27.3 nm) while maintaining 
the SEI SLD. A similar expansion and contraction are observed for the later cycle. This 
swelling and contracting has been previously observed via in NR studies on the SEI 
formed in traditional carbonate electrolytes.
25
 The degree of swelling and contraction 
decreases with additional cycling―a 6.9 nm difference after the first cycle and a 3.6 nm 
difference after the second cycle―suggesting that the SEI is approaching an equilibrium 
state. If this contraction and swelling is due in part to changes in the atomic density of the 
SEI, the lack of corresponding changes in the SLD of the SEI indicate that compositional 
changes occur in concert, counteracting the effects of changes in atomic density. The 
most likely compositional difference is the Li content. Increasing the density of the SEI 
(contraction) increases the SLD while increasing the Li content reduces the SLD. If we 
assume that the changes in SEI thickness are due primarily to changes in atomic density 
and changes in the SLD are due primarily to changes in the Li content of the SEI, we can 




atomic density and higher Li content than the SEI on the Si electrode in the delithiated 
state (Li0.5Si). 
 
Table 1 Results of NR fits for electrochemically active components. Additional layers 



















48.3 ± 0.1 
   
2.2 
OCV 2.88 48.4 ± 0.1 0.00   
 
2.0 
1.1 V 1.30 48.3 ± 0.1 0.00 
  
1.8 
0.7 V 0.70 48.9 ± 0.1 0.01 14.4 ± 3.2 4.5 ± 0.1 2.3 
0.4 V 0.55 50.5 ± 0.5 0.06 16.7 ± 6.4 4.5 ± 0.2 7.0 
0.08 V 0.18 106.0 ± 0.3 1.53 26.6 ± 2.1 4.7 ± 0.1 2.9 
2.0 V 2.20 65.4 ± 1.1 0.45 34.2 ± 7.2 4.3 ± 0.3 4.1 
0.08 V 0.18 105.9 ± 0.7 1.53 27.3 ± 2.3 4.3 ± 0.1 3.0 
2.0 V 2.27 66.9 ± 0.6 0.49 32.2 ± 1.5 4.3 ± 0.1 3.2 
0.08 V 0.17 105.5 ± 0.7 1.52 28.6 ± 4.0 4.3 ± 0.1 3.9 
2.0 V 2.30 
 
  
   
 
 
3.4.Ex situ XPS 
 Most of the communities understanding of SEI chemistry comes from traditional 
ex situ methods like X-ray photoelectron spectroscopy. To understand how the SEI 
chemistry measured from the reflectometery data compares with traditional XPS studies 
we performed a detailed analysis of previously collected XPS data to estimate layer 
thicknesses and compositions. The published XPS data indicates that the SEI chemistry 
in the PF5M2 electrolytes were very similar to a standard EC/DMC based electrolyte. 
Indeed the SEI was shown to contain LiF and Li2CO3 type components as well as organic 
carbonates (C 1s: CO3, 289 eV; O 1s: C=O, 532 eV, and C-O, 533 eV), carboxylates (C 




and fluorides (C 1s: CF, 287 eV; F1s: CF 689 eV) in similar concentrations. For this 
work we turned our attention to the Si 2p spectra collected for the samples, which was 
not previously discussed in great detail. Given that the XPS probe depth can be can be 
used to estimate layer thickness using Eq. 5: 
 
                     
 
 







   
 




where I(A) is the signal intensity for atom A, F is a prefactor that is determined by the 
experimental conditions, σ(A) is the standard sensitivity factor for atom A, Li is the 
thickness of layer i (i = 1 for the top layer), λi is the electron inelastic mean free path for 
layer i, and Nd,i(A) is the number density (atoms/nm
3
) for atom A in layer i. The only 
source of Si is the electrode and adventitious oxide, so the Si 2p signal (Fig. 9) and Eq. 5 
can be used to estimate the SEI (Layer 1) thickness, since Nd(Si) and thickness are known 
for those layers. For the as-fabricated electrodes, no Cu signal from the current collector 
is detected, so the Si layer (Layer 3) can be treated as infinitely thick. Assuming the 
adventitious oxide is SiO2, the oxide layer (Layer 2) thickness can be calculated from the 
ratio of the integrated intensity of the SiO2 and Si peak in the Si 2p spectrum. In general, 
λ is material dependent; however, most materials have λ = 3.5 ± 1.5 nm.6, 7, 37, 38 There is 
no simple method for determining λ for arbitrary materials, so a uniform λ = 3.5 ± 1.5 nm 
was assumed for all calculations. X-ray attenuation does occur within the sample; 
however, the penetration depth of X-rays in on the order of mm and can be neglected 




 For an accurate determination of the SEI thickness, changes in the thickness and 
Nd(Si) of Layers 2 and 3 must be taken into account. Fortunately, the reactions in these 
layers are relatively well-defined in the literature and electrochemically well-separated.
6, 
7, 33, 39





 + SiO2 → 2LiO2 + Si) and is assumed to form an intimate mixture of LiO2 and Si, 





 + Si → LixSi) in Layers 2 and 3 begins to occur, where Nd(Si) can be 
determined from Eq. 2. Based on the NR results, x = 1.56 for 0.2 V, x = 3.75 for 0.07 V, 
and x = 0.5 for 2.5 V. Although the differential capacity curves indicate that the electrode 
does not reach full lithiation (Li3.75Si) at 0.07 V, assuming full lithiation underestimates 
SEI thickness and represents the most conservative estimate and is sufficient for analysis. 
The thickness, composition, and Nd(Si) for each layer as a function of SOC are 
summarized in Table 2. 
 Only Layer 1 (SEI) contains information that is not defined a priori for this 
analysis so only the properties of that layer can be determined. Ex situ XPS shows that 
the SEI forms electrochemically above 0.6 V (4.5 ± 1.9 nm) followed by continued 
growth during SiO2 (0.4 V, 5.3 ± 2.3 nm) and Si (0.2 V, 7.9 ± 3.4) lithiation. A Si signal 
for the first full lithiation (0.07 V) was not collected, so it is not possible to determine an 
SEI thickness for this state; however, given the low reduction stability of the fluorinated 
electrolyte,
8, 30, 31, 33
 it is likely that the thickness of the SEI in this state is greater than in 
the 0.2 V state. The SEI then shrinks during delithiation (2.5 V, 6.9 ± 3.0 nm) and swells 
during the second lithiation (0.07 V, 12.5 ± 5.4 nm). This is the opposite of the swelling 




layer chemistry or changes the density of the surface layer by removing parts of the 
condensed surface layer. This effect was explicitly studied on highly-oriented pyrolytic 
graphite electrodes for a 1.5 M LiTFSI in EC electrolyte with and without additives, 
where the removal of SEI components is universally observed.  
 
Fig. 9 Ex situ Si 2p XPS spectra used to calculate SEI thickness using Eq. 5. Spectra 







Table 2 Layer thicknesses derived from ex situ XPS. Uncertainty derived from λ = 3.5 ± 
1.5 nm. SLD range of the SEI estimated using the atomic density (Nd) of LiF and EC. 
High-resolution Si data was not collected for the first 0.07 V sample, due to the fact that 
no Si signal was detected in the low-resolution spectrum. 
  

















Bare Si 98.70 
 
 SiO2 1.9 ± 0.8 26.54 Si 49.94 
OCV 96.79 
 
 SiO2 1.9 ± 0.8 26.54 Si 49.94 
0.6 V 26.40 4.5 ± 1.9 4.8 ± 0.7 SiO2 1.9 ± 0.8 26.54 Si 49.94 
0.4 V 14.62 5.3 ± 2.3 4.7 ± 0.7 Li2O + Si 3.5 ± 1.5 14.43 Si 49.94 
0.2 V 3.45 7.9 ± 3.4 3.7 ± 0.5 Li2O + Li1.5Si 4.7 ± 2.0 10.69 Li1.56Si 22.61 
0.07 V 
  
3.6 ± 0.5 Li2O + Li3.75Si 
    
2.5 V 6.93 6.9 ± 3.0 4.4 ± 0.6 Li2O + Li0.50Si 3.9 ± 1.7 12.97 Li0.5Si 35.99 
0.07 V 0.83 12.5 ± 5.4 4.1 ± 0.6 Li2O + Li3.75Si 5.0 ± 2.2 7.84 Li3.75Si 12.78 
 
 
 After correcting for (attenuated) O and Li signals from the Si and SiO2 layer, the 
SLD of the SEI can be estimated directly from the atomic composition determined via 
XPS (Fig. 10) using Eq. 1. This requires an assumption of the average atomic density 
(Nd) of the SEI. For this purpose, a range of model Nd was chosen: high density (LiF), 
moderate density (Li2CO3), and low density (EC). Since the Nd of the SEI is unknown, 
the absolute SLD of the SEI determined via this method is not particularly useful without 
additional context. Instead changes in the SLD of the SEI can be discussed according to 
the changes in the atomic composition that most influenced that change. The SLD of the 









23.8% Li) but decreases during lithiation as the Li content of the SEI increases (0.2 V, 








, 35.2% Li). Delithiation of the 








27.2% Li). The SLD then drops again as the Li content increases during lithiation (0.07 




, 29.8% Li). 
 
 
Fig. 10 Atomic compositions of the SEI determined from XPS and used to estimate SLD. 
 
 The changes in the SLD are simplest to explain in terms of changes in the 
concentration of Li salts (LiF, Li2CO3, etc.), which are less likely than organic (C, F, O) 
species to be removed during washing. However, all of the atoms composing the SEI 
affect its SLD. Changes in both the C (6.65 fm) and Li (-1.90 fm) content of the SEI will 
drastically affect the predicted SLD. One of the major changes in SEI composition is the 
increase of F and decrease of O with cycling (Fig. 10); however, since F and O have 
similar scattering lengths (5.65 fm and 5.80 fm, respectively), this change does not have a 
significant effect on the SLD of the SEI. XPS also does not capture the contribution of 
hydrogen to the SLD of the SEI, meaning that this method of predicting the SLD of the 




protiated SEI proportional to the hydrogen content, as D (6.67 fm) and H (-3.74 fm) have 
scattering lengths higher and lower than that of any of the other SEI components. 
 
3.5. Ex situ NMR 
 NMR was carried out on the electrolyte before and after cycling in order to 
determine to what extent soluble electrochemical byproducts were formed during cycling. 
Lithium perfluoroglutarate (PF5Li2) was previously observed in a cycled electrolyte via 
infrared absorption spectroscopy,
33
 suggesting that electrochemical de-esterification of 




 Multinuclear NMR (Fig. 11) of deuterated and protiated electrolytes shows subtle 
changes that occur during cycling. Major signals belong to PF5M2 [
1
H: 1.0 (singlet); 
13
C: 
15.0 (singlet), 109.4 (triplet of triplets), 111.2 (triplet of quintets), 160.2 (multiplet); 
19
F: -




C: 120.6 (quartet); 
19
F: -80.8 (singlet)]. The 
chemical shift of the CH3 group in the deuterated electrolytes is slightly different than 
that of the protiated electrolyte (4.00 ppm vs. 4.04 ppm in 
1
H and 54.34 (septet) vs. 55.04 
ppm (singlet) in 
13
C). The deuterated electrolytes have a relatively intense peak at 3.85 
ppm in the 
1
H spectrum which is most likely due to MeOH (CD3OH) formed by 
hydrolysis of d6-PF5M2 by trace H2O impurities. The corresponding peak in the protiated 




C satellite. The signal for the CH3 of MeOH (
1
H: 3.6 
ppm) appears in the protiated electrolytes but not the deuterated electrolytes, consistent 












C (C), and 
19
F (D) NMR spectra of deuterated and protiated 
electrolytes before and after cycling. Peaks corresponding to PF5M2 (a-d) and the TFSI
-
 




F spectra are 1/1000× scale to show full intensity of 
PF5M2 and TFSI
-
 peaks. Signals unique to the cycled (†) and uncycled (‡) electrolytes as 
well as signals attributed to volatile species in the epoxy sealant (*) are labeled. 
 
 
 Additional signals are of low intensity (<0.1% of primary peaks), illustrating the 
necessity of using neat (no deuterated solvent) electrolytes during analysis in order to 
observe impurities and electrochemically-formed compounds. All species unique to 
cycled and uncycled electrolytes appear in both protiated and deuterated electrolytes. The 
broad peak at 3.7 ppm in the 
1




electrolyte does not show a corresponding intense peak in the protiated electrolyte, 
suggesting that this peak may be due to an adventitious 
1
H source, likely ambient H2O, 
whose chemical shift is highly environment-dependent.
40, 41
 Adventitious sources of H 
have 
1
H signals that are independent of the level of deuteration of the electrolyte, unlike 
any hydrogenous species formed from the electrolyte during cycling.  
 The most significant difference between the cycled and uncycled electrolytes is 
the intensity and width of the 
7
Li signal (Fig. 11B). The changes in peak width for the 
protiated (3.1 Hz → 13.3 Hz) and deuterated (3.6 Hz → 8.6 Hz) electrolytes with cycling 
is consistent with the formation of PF5Li2, which would reduce symmetry around the 
quadrupolar 
7
Li nuclear, increasing relaxation rate and peak width. The intensity of the 
7
Li signal increases by 18% for the protiated electrolyte and by 28% for the deuterated 
electrolyte. Though it is difficult to integrate the 
19
F signals, due to overlap from intense 
nearby peaks, the differences in the intensity changes in the 
7
Li signal are qualitatively 
consistent with the differences in intensity of the 
19
F peaks (Fig. 11D, †) in the protiated 
and deuterated electrolytes. If due solely to electrochemical formation of PF5Li2, a 28% 
increase in the 
7
Li signal (0.1 M) would correspond to the formation of 14 mM PF5Li2. 
The appearance of 
19F signals (†) at ~0.003 times the intensity of the primary PF5M2 (5.5 
M) peaks at similar chemical shifts is consistent with the formation of PF5Li2. This 
observation is further evidence that PF5Li2 is the primary soluble product formed during 
electrochemical cycling. It is, however, unclear whether the differences in the 
7
Li 
spectrum between the protiated and deuterated electrolytes are due to slight differences in 
the electrochemical discharge conditions, e.g., electrolyte volume and cell resistance, or 




 It is difficult to identify the specific species formed during cycling solely from the 
chemical shifts in one-dimensional NMR data; though it is clear that only a small number 
of species (at relatively low concentrations) are formed. Since all other impurity signals 
present in the uncycled electrolyte except for one (Fig. 11D, ‡) are also present in the 
cycled electrolyte at roughly the same concentrations, these impurities are most likely 
electrochemically inert and do not affect SEI formation or composition. Based on the 
above analysis, PF5Li2 is the only soluble species formed during electrochemical cycling. 
Using Eq. 3, the SLD of the electrolyte is expected to change from 4.78 × 10
-6
 Å-2 to 4.77 
after discharging the cell. NR is not sensitive to such a small change in the electrolyte 
SLD, so it is assumed to remain constant during cycling. Additionally, this analysis does 
not eliminate the possibility of species formed that are soluble in DMC and would be 
removed during washing prior to ex situ XPS. 
 
4. Discussion 
 Fig. 12 compares the thickness and SLD of the SEI as determined via ex situ XPS 
(Table 2) and in situ NR (Table 1). XPS suggests that the SEI swells during lithiation and 
contracts during delithiation. NR suggests the opposite, and previous in situ NR 
measurements using a traditional EC/DMC electrolyte show swelling during delithiation 
and contraction during lithiation, in agreement with the NR results shown here.
25
 XPS 
also appears to underestimate the SLD of the SEI when compared to NR. The differences 
between the XPS and NR results have three potential causes: (1) the lack of hydrogen 








Fig. 12. SEI thickness and SLD as determined via ex situ XPS (A, C) and in situ NR (B, 
D). The black dashed lines in C and D indicate the expected SLD for PF5Li2 at the 
atomic density of LiF (upper), Li2CO3 (middle), and EC (lower). The solid red line 






 It is possible that SLDs calculated from XPS are low due to the insensitivity of 
XPS to H, which, in the form of D (6.67 fm), has a higher scattering length than O (5.80 
fm), F (5.65 fm), C (6.65 fm), and Li (-1.90 fm). However, the low hydrogen content of 
the electrolyte makes this possibility unlikely, and neglecting the hydrogen content fails 
to explain the observed differences in SEI thickness. 
 Another possibility is that SEI porosity, which would be present only in the in situ 
cell, is responsible for this discrepancy. Assuming these pores are filled with electrolyte, 
only for the lowest model density (Nd(SEI) = Nd(EC)) can physically reasonable values of 
porosity be calculated. Reconciling these values would require 40 % to 70 % porosity in 
most of the cases to obtain the SLD observed via NR, much higher than previously 
observed values. Since this porosity would collapse entirely during drying, prior to 
collecting XPS data, the thicknesses determined from NR should be 1.7 to 3.3 times as 
thick as that determined via XPS. While these results are not physically impossible, they 
are on the extreme edge of plausibility. For the SEI formed at the end of the first 
discharge, these values jump to 90 % - 99 % porosity and 10 to 100 swelling. Though a 
thickness measurement from XPS is not available for this state, it is highly unlikely that 
an SEI of 0.3 nm to 4.1 nm would be observed. Changes in porosity are also unable to 
explain why swelling and contracting of the SEI occur during opposite steps when 
observed through XPS or NR. For these reasons, it is unlikely that porosity of the SEI 
measured in situ is the sole source of the differences between SEI thickness and SLD 
measured via XPS or NR. 
 The third possibility is that rinsing the electrodes prior to XPS, necessary to 




the formation of species which were soluble in PF5M2, in which most Li salts are not 
very soluble, and found only small amounts of PF5Li2 (also likely of low solubility). Li 
salts and organic monomers that are part of the SEI are likely to be much more soluble in 
DMC, leaving only high molecular weight polymers and highly insoluble Li salts, e.g., 
LiF, Li2O, Li2CO3, to be detected after washing. Identification of dissolved species, e.g., 
via NMR of electrode rinse, is made difficult by the low concentration of any extracted 
species and their likely similarity to the electrolyte itself, which is a significant 
component of the residue on the electrode prior to rinsing. However, since the SLD of the 
SEI (4.3 ± 0.1 × 10
-6
 Å-2) is lower than the SLD of PF5Li2 at the lowest proposed density 
(EC, 4.6 × 10
-6
 Å-2), the SEI is more Li-rich than both polymerized PF5M2 and solid 
PF5Li2. 
 NR indicates that the PF5M2 electrolyte forms an SEI that's 32 ± 8 nm thick. This 
result is consistent with the generally theorized―albeit broad―range for a typical SEI 
thickness of one to hundreds of nm
8, 9
 and similar to previous NR measurements of the 
thickness of the SEI formed in EC/DMC electrolytes.
25
 Both in situ NR and ex situ XPS 
indicate that the SEI swells and contracts during cycling. NR indicates that the SEI 
contracts by up to 22% during lithiation and swells during delithiation, slowly 
approaching an equilibrium thickness. XPS suggests the opposite, up to 45% contraction 
during delithiation and swelling during lithiation. XPS also underestimates the SLD of 
the SEI by up to 25% and underestimates the thickness of the SEI by a factor of 3 to 4. 
Combining in situ atomic force microscopy and ex situ XPS, Cresce et al. have shown 
that the SEI formed in a carbonate electrolyte (1.32 M LiTFSI in EC) on highly oriented 




electrode surface and soft, organic layer on top of that. Rinsing the HOPG electrode after 
cycling was shown to remove the soft outer layer of the SEI and leave a layer rich in 
inorganic carbonates and fluorides.
9
 This can explain the differences observed in this 
study between ex situ XPS and in situ NR. The inner, thin Li-rich (low SLD) layer is 
observed in XPS after washing away the outer, thick organic layer (high SLD) that is 
observed in NR. 
 
6. Conclusion 
 This study provides direct evidence for the contention that rinsing electrodes prior 
to ex situ characterization modifies the SEI, leading to potentially fallacious conclusions 
about the function, composition, and optimization of SEIs.
2, 8, 9, 11, 13, 14, 21, 22, 25
 In order to 
obtain an accurate description of the SEI it is necessary to characterize it in situ. 
Unfortunately, in situ characterizations are difficult to perform, prone to interference, and 
often limited in scope. For example, in situ NR requires extremely smooth interfaces and 
low-scattering electrolytes, is not reliable in the absence of an accurate and relatively 
simple model, and does not provide chemical information. The composition and function 
of the SEI is complicated and will require multiple complementary in situ techniques to 
fully understand. Recently, strides have been made to develop robust methods for in situ 
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Fig. S1 High-Q NR data before background subtraction. This data demonstrates the low 





















































in-air 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.68 48.3 1.9 1.57 
   
0 (air) 2.2 
OCV 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.02 ± 0.02 48.4 ± 0.1 2.02 ± 0.02 2.3 ± 0.1 
   
4.78 2.0 
1.1 V 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.03 ± 0.02 48.3 ± 0.1 2.09 ± 0.02 2.3 ± 0.1 
   
4.78 1.8 
0.7 V 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.06 ± 0.04 48.9 ± 0.1 2.04 2.5 ± 0.1 14.4 ± 3.2 4.5 ± 0.1 6.6 ± 1.7 4.78 2.3 
0.4 V 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.02 ± 0.03 50.5 ± 0.5 1.93 3.0 ± 0.5 16.7 ± 6.4 4.5 ± 0.2 6.9 ± 2.4 4.78 7.0 
0.08 V 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.01 ± 0.03 106.0 ± 0.3 0.28 9.7 ± 0.6 26.6 ± 2.1 4.7 ± 0.1 5.1 ± 2.0 4.78 2.9 
2.0 V 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.03 ± 0.03 65.4 ± 1.1 1.21 10.1 ± 1.3 34.2 ± 7.2 4.3 ± 0.3 8.6 ± 2.0 4.78 4.1 
0.08 V 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.01 ± 0.03 105.9 ± 0.7 0.28 11.2 ± 1.1 27.3 ± 2.3 4.3 ± 0.1 11.1 ± 2.6 4.78 3.0 
2.0 V 2.07 0.399 2.33 2.67 1.29 7.5 6.45 0.02 ± 0.04 66.9 ± 0.6 1.16 10.4 ± 0.7 32.2 ± 1.5 4.3 ± 0.1 8.2 ± 1.4 4.78 3.2 
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 The work included in Paper I and Papers II and III is difficult to reconcile within a 
single cohesive theme, indicative of the changes that occur over the course of a 5-year 
doctoral career. The project that resulted in Papers II and III (fluorinated neutron-
transparent Li-ion battery electrolytes) arose organically from the project that resulted in 
Paper I (sol-gel vanadium oxide) through a series of projects (and funding sources) which 
have not yet yielded publishable results. 
 In the process of characterizing the materials formed in Paper I, one application 
stood out as particularly interesting (fundable): high-capacity Li-ion battery cathodes. A 
series of novel vanadium oxide and lithium vanadate nanomaterials could be synthesized 
in the lab, but structural characterization―especially the ever-desirable in situ 
studies―proved difficult. The co-refinement of (common) X-ray and (less-common) 
neutron diffraction data represented one promising solution; however, application of 
these techniques was more difficult than initially anticipated due to inherent complexity 
of both the structure of vanadium oxide systems and diffraction from highly anisotropic 
nanomaterials. 
 The desire to perform in situ studies of battery materials was ever-present and a 
functional electrochemical cell for in situ neutron diffraction was sufficiently novel to 
pique interest in an exploratory study on alternative neutron-transparent electrolytes. 
Unlike solving the structure of three-dimensional anisotropic vanadate nanoparticles, the 
synthesis and study of fluorinated, neutron-transparent Li-ion battery electrolytes showed 




nanoparticulate vanadate cathode materials to the characterization of fluorinated ester 
electrolytes. 
 This path shows how the two projects included in this thesis, which share little in 
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